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CONTACT US

HEBEI JIANZHI CASTING GROUP CO., LTD.

ADD: Yutian, Hebei Province, China.
Zip Code: 064100

Tel No.: +86 022 8848 8866

Phone No.: +86 186 9802 7872

e se A e com THE GUIDE TO JIANZHI PRODUCTS

Global Official Website » www.malleableiron-pipefitting.com

Jianzhi Malleable Iron Pipe Fittings » www.jianzhipipefitting.com A well-known trademark of malleable iron pipe fittings in China
Jianzhi Grooved Pipe Fittings > www.jianzhifittings.com Hebei Jianzhi Casting Group Co., Ltd.
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JIANZHI PIPE FITTINGS
— SAFER, NO LEAK !

)
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Making Pipe Fittings Durable FOREVER

WHO IS JIANZHI? BUSINESS MODEL OF JIANZHI:

Founded in 1982, Jianzhi is a leading manufacturer Cooperating with distributors all over the world
and supplier of castiron pipe fittings. Till now, Jianzhi and working to make the list grow is the business
has about 4,500 employees and more than 350 model of Jianzhi. Helping all partners to unleash
technical engineers with distributors covering over their untapped potential and make profits is the
100 countries around the world. service philosophy of Jianzhi.

Jianzhi is committed to building a safer world by On the manufacturing side, Jianzhi strictly controls

= bringing premium cast iron pipe fittings to every the cost to ensure a stable supply of high-quality
A = == - o household and building. products and fast delivery. On the marketing side,

ASLL | = II Jianzhi helps the customers to formulate their
s ——————— ..., EE— _ _ | : : - =] marketing strategies.
ARRAA.(E |7 YAaanaangaaaas O 1 O O R S 2 O o S Y W g
_ — - Y The over 90% reorder rate shows the recognition
'Y | ' _ | | i | ' ii . ;]J | | II I[ u I[ " I[ ; SOCIAL CONTRIBUTIONS OF JIANZHI:

from every customer.
el e d | e et e | oonaf | e T 0 Higher revenue for all partners;
i (D (W (e 4200 207%

li_'l

I (i N

111 employees Reorder rate Continuously innovative an-d s’_cnct guality control to
ensure the safety of every pipeline system;

g sl el ) b Driving forces for the stable development of the
T !__l lM II I[‘ foundry industry as a standing member of China

Foundry Association;

r = .

Eco-friendly manufacturing procedures to promote
sustainable development;
More job opportunities.

—————— - —

99.96% 11n 440000

Qualified rate return rate
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COMPANY HISTORY

Founded in 1982, a century-old enterprise
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JIANZHI PIPE FITTINGS
SAFER, NO LEAK'!
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1982 -Established and named “Yutian first plumbing plant”.
1993 -Renamed as“Tang Shan malleable water plumbing industries LTD”
1994 -Invent “Chain Link Type Quality Control”

1996-")IANZHI" was awarded as a famous brand product in Hebei Province of China

2000-Rrenamed as "TangShan JIANZHI Malleable Ltd"

2002-Passed international quality management system certification

2005-PRenamed as “Hebei JIANZHI Casting Group Ltd”

2007 -JIANZHI's first generation hydraulic testing machine was developed successfully
2008-Passed UL, Took part in the building project for the 2008 Beijing Olympic Games

207 0-Passed CE

207 1-Built a new factory in Chifeng

2071 3-JIANZHI pipe fitting has been named the “Chinese Malleable Pipe Fitting Famous Brand”
207 3-Passed Turkey TSE

20714 -completed two factories and a galvanizing plant in Chifeng
Brand “JIANZHI" has been named the “China Famous Brand”

Passed ISO 9001, ISO 14001 and ISO 18000
2071 5-passed Brazil ABNT
Passed American FM

Grooved fitting passed CCC certification

207 7-)IANZHI introduced the world's most advanced DISA line.

2071 9-JIANZHI cooperates with the Foundry College of The Open University of China,become the
Teaching practice base of the college and solve our demand for technological talents.

2020-Gold Award for high quality castings
2021 -single champion product of manufacturing industry




JIANZHI PIPE FITTINGS
J IAN Z H I SAFER, NO LEAK !

E I F I E S Certificate of Compliance ' Environmental Management

This certificate is 1ssued for the following: Systems Certiﬁ{:ﬂte

Non-Gasketed Pipe Fittings for Use with Aboveground Fire Protection Systems
Centificate Number: 00220E33762R4L

CQM hereby certifies that

Model 291 Model 241 Model 280
APPH UVED Malleable Iron Plug Malleable Iron Bushing Malleable Iron Pipe Nipple Hebé Jianzhi Casiing Group Lid.

“f’l ﬂl‘jE] z?ﬂ 'ﬂ ud Et 14']- United Socisd Credn Code] 10020104 1983480
H H - et e Penpruanerl. Soothons of Ytk Comaiy, o, PR
1 |H|IE:3 hlﬂ' lrﬂ" Slralgh! Cﬂ “phﬂg ?'II“"E-“ hh? Im“ COHEEHI!‘JE REd ucer Crtifostion Add. Panpebeisgn. Sooias of Yot Counry, Heben, PR Clvmn] e L 007

has implemented and maintaing a Environmental Management System which
fulfils the requirements of the following standards

CERTIFICATE OF COMPLIANCE CERTIFICATE OF COMPLIANCE Rréparcafer; Manifl GB/T 24001-2016/1SO 14001:2015

Hebei Jianzhi Casting Group Co Lud Environmental management systems-

Certificate Number 20180621-EX27485 Certificate Number 20180621-EX27485 ﬁnmhs;‘;gu?',:j:?{’;ﬁl"?'gmmw N _”' Agan A o Requirements with g "fdﬂ nce for us ;
Report Reference ~ EX27485-20180620 Report Reference  EX27485-20180620 Tangshan City, Hebei Province 064100 Tangshan City! W‘m vince f}ﬁ@- Thiscortitcatn B lid 1o fhe ol oy oo ""_“':E]'r.saﬁ_“éaz |
Issue Date 201 8'-.] U NE-21 Issue Date 201 8»,_] U NE-21 China v Design. production and related technical services of malleable cast fron pips firtings. grooved

couplings and finings, malleable cast iron water supply Hiner plastic fittings, suspension insulsios

FM Approvals Class: 1920 - “Pipe Couplings and Fittings for Aboveground Fire Prot@ -
Issued to: HEBEI| JIANZHI CASTING GROUP LTD This is to certify that representative samples of the product as specified on this certificate were tested Approval Identification: 3058846 Approval Granted: May 5. 2017 | _agu:.-o; on: zuzam-::
; according to the current UL requirements. Effective date: 2020-11-24
Pangzhuangzl To verify the availability of the Approved product, please refer to www.approvalguide.com | "’:‘f“"i“l_" Fhate; 20201 Ldd
Southeast Of Yutian Cou nty Rubber Gasketed fittings Models as following table listed for use with cut, rolled or grooved steel pipe. S o s - G R o . : | Registration Number: CQM-59-2002-0062-0002
I I 1 . Al Approvil 15 subject 1o satsiaclory ncid periomance, Coninuimg Survelliznee Audils, and sirict Conionmiy 1o the Ve validiny of the conificats cun e chodkod om wwviada pon e, Corrjfieans Confirmanion sod COM wiliit
Tangshan The sizes, pipe schedules, groove types and rated working pressure are as follows: constructions as shown in the Approval Guide, an online resource of FM Approvals.
Hebei 064000 CHINA Rigid Coupling (for use with grooved end pipe or this manufacturer’s grooved end fittings) kj,%‘gp%q
A
Rated "‘:f ;_9\ Q} | ?—/@g”— il
This is to certify that FITTINGS, RUBBER GASKETED Model Groove Pipe Size (in.) Pressure ® |
representative samples of Type (psig) ["]"]Va S avic B RUCE ; : . i
See Addendum Page XGQTO1 Cut, Rolled | GB/T3091 1, 1-1/2, 2, 30D, 3, 4, , 5-1/20D, , 6-1/20D, 6, 300 Y E Maraper. ORElke Rrotechon I o
XGQTO1 Cut, Rolled | GB/T21835 4-1/40D, 5-1/40D, 6-1/40D, 8, 10, 12, 300 EM Approvals - cou ANAGEMENT SYSTEN
Wember of the FM Global Group 1151 Boston-Providence Tumpike ———
Have been i tigated bv UL i rd ith th Split Flange (for use with grooved end pipe or this manufacturer's grooved end fittings) | | Dorwioc, MAD 00D S =t
) "TWE-S ae y- " E-‘FCD Faa ¢ CHINA QUALITY MARK CERTIFICATION GROUP
Standard(s) indicated on this Certificate. Bk P g B, e DU S I A o
Groove Rated Pressure AR .
Model Type Pipe Size (in.) (psig)
Standard(s) for Safety: UL 213, Rubber Gasketed Fittings for Fire-Protection XGQT14 | Cut, Rolled | GB/T3091 30D, 3. 4, 5-1/20D. 6-1/20D, 295
Service. XGQT14 Cut, Rolled | GB/T21835 4-1/40D, 5-1/40D, 6-1/40D, 8 225 ~EDT 2 1 P == [
Additional Information:  See the UL Online Certifications Directory at (Side outlet) Mechanical Tee Certificate of CQm |iance
www.ul.com/database for additional information i
Rated Pressure A e L | g MEMH Occupational Health and Safety
; : i . C ate 1s 15 ; ng:
m“é'?‘iﬁ' Drgtriigge ggﬁ e 4 x 1, 1-1/2, 2, 30D e _ _ Management Systems Certificate
Only those products bearing the UL Certification Mark should be considered as being covered by UL's 3091 5-1/20D x 30D, 3 300 Non-Gasketed Pipe Fittings for Use with Aboveground Fire Protection Systems
Certification and Follow-Up Service. 6-1/20D x 2, 30D, 3, 4 ST i S Centificate Number: 00220523380R4L
XGQT15 Grooved GB/T21835 8 x2,30D,3,4 300 T _ Ngnins . | Meae CQM hereby certifies that
Liookfor the UL Cartification Markon:the produes,  COTIes e SRTT 30D 1 1-1/4_T-112 A PPH UVED Malleable Iron 20° Elbow Malleable Iron 90° Reducing Elbow Malleable Iron Equal Tee e i S
3091 ey %f: 11, 1 :’;ME 13-{1}%. g 57 Model 130R Model 180 Model 180R e e
5-1 fEU'xD },; 1- 1 1’ .-’4- 1 1’ E! 5 3::’)[} Malleable Iron Reducing Tee Malleable Iron Equal Cross Malleable Iron Reducing Cross i Pang g, St of Vs Ciocasy, Hcbel, PRLChisH
e el o F g =y Cormitication Add Panpricsngrl. Sethont of Witkes Cocaty, Hebel, PR China 060100}
E'HEDD i 1' 1-1'{4' 1-‘”2‘ 2' ‘BGD‘ 3' 4 135 implemented and maintains a upational Health an v Management
XGQT15S | Threaded | GB/T21835 4-1/40D x 1, 1-1/4, 1-1/2, 2, 30D; e — i which Rl he et o (e following sandards
6-1/40D x 1, 1-1/4, 1-1/2, 2, 30D, 3 300 =tk ak ' GBI/T 45001-2020/1SO 45001:2018
8 =1, 1-1/4, 1-1/2, 2, 30D, 3 Hebei Jianzhi Casting Group Co Lid ¥ Occupational health and safety management
Pang Zhuang Zi ' " - : :
Notes: Southeastof Vatian County systems Reqlmrgments wn_th guidance _fnr use
Tangshan City, Hebei Province 064100 This certificate is valid to the following product(s)/service:
GB/T3091 refers to steel pipe manufactured in accordance with GB/T3091. China : e i o el i of el bl G o pip fltgs e

couplings and finings, malleable cast iron water supply liner plastic fittings, suspension insulator
cap

GB/T21835 refers to steel pipe manufactured in accordance with GB/T21835.

FM Approvals Class: 1920 - “Pipe Couplings and Fittings for Aboveground Fire Protd

Issued on: 2020-11-24
Effective date: 2020-11-24
Validity date: 2023-11-24

g 2 5 To verily the availability of the Approved product, please reler 1o www.approvalguide.com Registration Number: CQM-99-2002-0062-0003

Approval Identification: 3058846 Approval Granted: May 5, 2017

Bruce Mahrenhelz, Director North American Certification Program Bruce Mahrenholz, Director Honh Amercan Certliication Program Thee walidicy of the oot ficate cas b choskiod on waw,cnes povcn, Cenifioass Confirmation sd DOM webiite
UL LLC UL LLC sad Approval 15 subject to sahisfactory lield performance, continumg Surveilllance Audits. and sinct conlormity to the

Any information and documentation involving UL Mark services are provided on behalf of UL LLC [UL) o any authorized licenses of UL, For questions, please Any information and decumentation involving UL Mark services are provided on behalf of UL LLC {UL) or any suthorized liconsse of UL. For quéstions, please constructions as shown in the Approval Guide, an onling resource of FM Approvals.

contact a local UL Customer Service Representative at hitpoiul.comiabottuliocations! contact a local UL Customer Service Representative at http:/ful.comiaboutublocations!

Page 1of 2
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FM Approvals CNAS :fmfﬁlemim SYSTEM
el

1151 Boston-Providence Tumpike CNAS COOZ-M
Member of the FM Global Group Norwood, MA 02062 USA GRT 45001

CHINA QUALITY MARK CERTIFICATION GROUP

Address: Mo XY, Tengoesnyg Fioad, Fakdan Disbich, Beding. 100000, PR China
hitp Wi Q. SO m.en

Certificate of Compliance 8 Quality Management Systems

This certificate is issued for the following: C .
T ——— _ » ertificate
AT RIS Do &R T RN i : IR e ) . - WL e XN e Non-Gasketed Pipe Fittings for Aboveground Fire Protection Systems .
i % M 3258613 B . F B 3463508 B i 15 5 W 2091719 % Model XGQTI16 Model XGQT09 Model XGQTO07 Model XGQT08 B sl e L
Aotk .k . . ' Grooved End Cap Grooved Equal Cross Equal Tee Grooved Reducing Tee : CQM hereby certifies that
# w
| =T - * AP PR UV ED Model XGQT03 Model XGQT04 Model XGQT08S Hebei Jianzhi Casting Group Ltd.
920 Degree Grooved Elbow 45 Degree Grooved Elbow Threaded Reducing Tee
> > | > AT 7 H | 4F P Model XGQTI1 Model XGQT11S Model XGQT10S Ukl Sechl i i 91102205 1983640
¥ I > : =] I E .H ‘g‘ %J Docrie i Panpriensadon, Soonien of Yotien County! Hebel, PR.Ching
ﬁ Eﬂ % %U ﬁE :FS ‘& Eﬁ % j:J 'UJ: :Fg ?j{ Eﬁ :5‘ %IJ -I'IE :5 Grooved Concentric Reducer Threaded Concentric Reducer Threaded Reducing Cross Consfiession Add s¢+m-:;_m”.—m.-. :-q.-.:zn;mpm;ﬂ o415
Meodel XGOQTOS Model XGOQTO06 Model XGQT10 has implemented and maintains 2 Quality Management System which fulfils the

. ‘ the following standard
oW H e — RN RS A L b R AT Nl & B 4 fER A T L 2W A B A ERRR R RN R 22.5 Degree Grooved Elbow 11.25 Degree Grooved Elbow i teatuemenl e Rolloving y

GB/T 19001-2016/1SO 9001:2015

B R A AN R B R R R e WS e CEHR R R B S i L g :
5 eeeNa e e W R N R IR R S I Prepared for: U Quality management systems--—-Requirements
IR O e E L R % #] %: L 2016 1 0723250.7 A e Rt A Hebei Jianzhi Casting Group Co Lid M This certificate is valid to the following product(s)service:

Pang Zhuang Zi

G & i B: 2007 4 11 H 08 i 5015 4 o oA Wi H 2006512 Flos H - [ Deesign, production and related echnical services of malleable cast iron pipe finings. grooved
R g H: 20 | 08 E ERMIEE: 200608 H2%H SEll.ll]'i'f:-‘ﬂﬂl ﬂf‘ft{llﬂl‘l C:UH“'.}" N couplings and fittings. malleable cast iron water supply liner plastic fittings, suspenston insulator
R T o A e g el 2l BB A, SRR AR  H B A SRR R LT Tangshan City, I'ét}?-m Province e ng i

5 I R SR L | L - L g R o R 1na

2 ht: 064100 FLEHMRLCE B AR EWIRET ¢ H A PR AR R TRS e Iy BE: 064100 95 H TALAR SRR T ¥ Bb: 064100 {64k 45 MFals 1 32 SL SRR AT 7
3 i # LR R L A R N R : p o W = A00-11-2
FM Approvals Class: 1920 - “Pipe Couplings and Fittings for Aboveground Fire Prifg Lased cn220281-11:24
b 4 25 % Ele 20194E 02 ] 15 © W90 B O 107161084 B A S AT 5 4 4 75 B+ 2018 G207 1128 H 2900 45 B @1 CX 107775118 B BRAEH 01850 H22 H #2505 B OV 106756441 B A e ot Seiets A e P Effective date: 2020-11-24
BN ARG RAS EAR A RE S M AEEE, ATH T, SRS L SeRTe L SR T o2 Gt AEWBEALREE BARR PN FHEREVE, RTRT 4R, RARES pproval Identification: PRIUYa r'-:_l.ntc Tt 0 Validity date: 2023-11-24
T B ek b el s s S i A0 L2 AR - WA e 0 Fdot PRI FARARR S ARSHT R, ATRTHUR. ALLAEH SR e e Approval Reissued: August 28, 2015 ST
AR REFHERFLTARE. FRROERSSLOLLA. FHARRSSTH. € T L T A S T R DERLLHSREEFURE, FHNORISSLALAN, FHERRAZFS. § TS AL S A SRRA T e ! : Registration Number: CQM-99-2002-0062-0001
dig DAL N, ol J.-;-..;I R | U '|”|l a3 - Y = ik g, . | SHUneNeRka T, BV LIRS, PR FRRTRG A LRAN T T h II h.l. f I .!&.l. cd | I r a] .d The validiy of tse pomifieade qan be chocked oo v iesa peves, Cernficair Confirmarron mnad COM wolnitg
SRR N R i = A s g S S B i A AR : =14 . L oo llsghac Sada e eI A NI S AR R T O b MR RAAS AFASEPAEAHE 120 05 O HMM, ARSETHALEH, o verify the availability of the Approved product, please refer to www.approvalguide.com ay of 1
it PR e g B2 O L P # o ARAT . FoRE. FElo. TEATTT TN o M T R o T R SR T L KR ¥ AL AR i R Ly S R, e « AEAY. ENr. TR, A e ] :
e G 7 e AR o =i ST e e e TV TEY B PR : : : ; S : ; : :
FiANADAEE. N e eFSReAE DRSS, FHARD RS A RS 152 | - HHAWBLALE, Bk, Ref A FEanf st HenE L, siakns %fiik*&"-:‘..i-l'i-;'rl-+l-€-‘-<‘l- CHRAS. v, £, B, WL Said Approval is subject [n:.: satisfactory Ii_cld performance, c?mummgﬁurvmllnncc Audits, and strict conformity to the
6 Al b 4iie ook 4 ) FHRANHEES S, Nk, BREEFFRLAA L HTLEE, constructions as shown in the Approval Guide, an online resource of FM Approvals.
y i ] L | ]

MANAGEMENT SYSTEM
GHAS ChfR-M

| I | 1 R T ?_9\ . ?_M/‘ d;%f;p%—
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) JIJANZHI

/7 ADVANTAGES OF
THE PRODUCT

PARIT ]

Improve the mechanical properties

Compare with the EN 10242 standard,
JIANZHI malleable iron pipe fitting have
higher performance.

For the JIANZHI “KTH-350-10"level products,
The tensile strength can catch 350mPa, 17%
higher than EN 10242 standard (300mPa)

The elongation can catch 10%, 67% higher
than EN 10242 standard (6%)

PART 3

Pipe thread has strict requirements
INn accuracy

JIANZHI| keep the axis a'ng‘l’e_of"thre:aa_‘:'?in
+0.3°, 40% higher than the EN10242 standard
(£0.5°)

PARI 5

High inspection costs to ensure the
quality of each product.

JIANZHI| develops strict QC rules, exam all

products one by one. Keep the qualified rate
above 99.5%.

PART 2

|Good appearance quality

The raw material is first grade of washed out
sand to ensure that the surface finish, also
has introduced the most advanced
automatic sand mixing system and
advanced testing instruments to ensure the
quality.

PARIT 4

Strict control the pipe thread shaft angle

According to the EN 10242 standard, the
tolerance for thread is £1-1/4 turns.

JIANZHI keep the thread-teterance in £1turns.

*Following the market-developing, JIANZHI

PART 6

Good air-tightness

We need to increase the air pressure test to
above 0.6MPA. - 5

PARIT /

Install inexpensive

We need to increase the air pressure test to
above 0.6MPA.

JIANZHI PIPE FITTINGS
o SAFER, NO LEAK'!

=)

A BRIEF INTRODUCTION TO SOME
OF JIANZHI'S BUSINESS PARTNERS.

R

A [E £X 32

=‘— (;HINA(;AS
I.ll. .-_l

RO E ZE

CHINA STATE CONSTRUCTION

E b [E 7K 5%

CHINA WATER

ARER \/gNKe /x

n £HPRSR

&
Kunbun

= BRE A UNLu

XINFANGSHENG GROUP EE € /i# /& /H

HRFYN u, = a2 R SR L X A IS China Resources Gas
lll F ALY
ZHONGYU GAS Shenzhen Gas Wuhan Natural Gas

CHINA GAS is one of the largest trans-regional energy service enterprises in China.

China State Construction Engineering is the largest construction company in the world by revenue and the

8th largest general contractor in terms of overseas sales, as of 2020. In the 2022 Fortune Global 500, CSCEC
was ranked as the ninth-largest public company in the world.

CHINA WATER is one of the largest integrated water affairs operators providing raw water, tap water,
sewage treatment and related value-added services.

China Railway Construction Corporation Limited (abbreviated CRCC) is a listed construction enterprise based
in Beijing, China, that was the second largest construction and engineering company in the world by
revenue in 2014.

KunLun, is directly affiliated with China National Petroleum Corporation. CNPC was ranked fourth in the
2022 Fortune Global 500, a global ranking of the largest corporations by revenue.

WANDA GROUP is a Chinese multinational conglomerate founded in Dalian, Liaoning and headgquartered in

Beiljing. It is a private property developer and owner of Wanda Cinemas and the Hoyts Group. Wanda Group
ranks 28th on the 2020 China Top 500 Private Enterprises List.

Vanke is a large residential real estate developer in China. Vanke was also ranked 96th in the Forbes Global
2000 in 2020.

XINFANGSHENG GROUP is one of China's leading industrial product service platforms. The company focuses
on platform creation, all-category sales of industrial products, and international trade.
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ADVANCED PRODUCTION EQUIPMENT OVERVIEW

Material: EN1562 Or 1S05922 Pressure /Temperature Ratings

Design & Dimensions: EN10242 Or 1S049 Temp F PSI

High-quality products and sophisticated equipment are the Threads: EN10226 Or ISO7-1 90 to 150 363
mostbasic production guarantee. All production workshops of Tensile Strength: 350 MPA 500 265
JIANZHlare equipped with advanced production and testing
equipment. Including the DISA vertical molding line imported from
Denmark, the horizontal automatic molding line imported from
Japan, and the FONDARC sand mixer imported from France :
Independent CNC numerical control ce+nter for mold processing. At B =0 o Size Available 1/8°-6 366 150
the same time, thereis also self-developed laboratory testing =" o=, W ] B Types Heavy Duty Banded, Medium Duty Banded, Light Duty Beaded 400 110
equipment and so on. ' _ | 3 & Surface Treatment Hot-dip Galvanized, Electrogalvanization, Black 450 75

FAMOUS CASES
S
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. III.I" i..., “i'ht{d&? '..! v, s .‘.q-‘ r
Y T AVAVAVAVAVAVAY)

VAVAVAVAVAVAVL Vi o

Elongation: 10% 250 225
Zinc Coating: 70um 300 185
Working Pressure: 363 PSI 350 150

Beijing Daxing
International
Airport

Shanghai

Canton Tower _ ; World Financial
National Stadium center

( Bird's Nest )

APPLICATION

— i 1 F0 o ] N ) . E = e, ¥ b - 4 = i — =
F ) v - i § g ¢ - ——, o Ty : i = . ] -k E= =
- - e 5 — ] | ! s - b - - n ot | t B T : |
= i e s = - - o s i - . L* “ - i = o . - i i » R : # ; 1
- i i L - L s - | e — " -l...- 5 el = —_.. = [ = = . " e : - r
; i E — - % — = — w3y | — = * ¥ - : VRl ] 4 -
£ = 1 |} ‘1 2 ey B ¥ | . | e, - g . a e i b N ] = ! : ] & ; p— ol = =
2 -y o - M : - : s —y ! x i * n B - ; : 4 = ! e 1 e [
i { :.. : ] ¥ _.- - 2 = 1 t L it 3 PR =1 =1 ¥ -_- o . : Pt . a y ok —
N ﬂ i N 4 # i T | T g ’ = - N B A 1 ¥ : . f el s i
o ol rH i M ; ] i By T — : = | o - %« - el T Ted | . Y N -

it | ek X o = Ry - - ; R =TT o . gl e ik -5 1k 4 1 A

e, _ : . F : s _— - - . - | ] i, | - o g = “4 =

e - ] - n A - i ;i D " E 25 ] . ] = -, i - I - l: i 3 il e . . p:: 4 _.I-.‘ . s T L
i - i i ¥ b - e r = — I . - I L - ) . [T]
= I ¥ | = . k. 1 ' L ' ."'\. - - L™ L | L K, i j i '-il -

o e o

——

; : r - ; W i i z ‘ 1 3 b , '---"I T I.' 1 - N ' " — i . B - _I " X I‘ o : ot ) B o ] . f -
= il 7 | % T e Tl L St 2 R EbiA DR 1/ Sy IWARURCERL LD S & l.z | s Gas Fire Pipes Water supply pipeline Heating pipe
' : . £ - : n.;' Ty A ; - . 7 | A = ._.I' - — % ’ :—?"‘ o] _'T: |..r| | ' : = ; CES e '. | = . I . ] . - _..- = - { 'Ir
- | ¥ . i i:‘.'- 5P _ " 4 = - ¥ - ' I-. . | :

) U £ -8
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STANDARD REFERENCES

In this brochure, Jianzhi brand threaded pipe fittings in malleable cast iron conform to the international
|0S49 and the European EN 10242 standards.

The connecting threads conform to the international ISO 7-1 and to the European EN 10226.

The material used is high quality blackheart malleable cast iron in accordance with the requirements of EN

1562: EN-GJMB-350-10 (IS05922).
These products are primarily used in installations connected to water, gas, oil, and other fluid systems. The

main function of these fittings is to connect pipes or to change the direction of fluid flow.

1. REQUIRED CHARACTERISTICS

1.1 Permissible working pressure and temperature "'ES;‘:;:
Fittings of all sizes are required to be suitable for 2.5
maximum permissible working pressures within the
temperature ranges specified in Table 1. Intermediate
pressure ratings at temperatures between 120°C and
300°C shall be obtained by linear interpolation. The

lowest service temperature for fittings is -20 degrees

2.0

Celsius in normal applications. 20 B 190 200 °C
It iIs recommended to consult the manufacturer for Temperature

special applications at temperatures below -20°C. Figurel - Pressure/temperature ratings

1.2 Design strength

Pressure-containing fittings including the component parts of unions shall be designed to withstand the
design test pressures given in Table 2. Each size of the fitting shall be type tested in accordance with Table
2.

TABLE 1 - PRESSURE/TEMPERATURE RATINGS TABLE 2 - DESIGN TEST PRESSURES

Service temperature°C ~ Maximum permissible working pressure Mpa Hydrostatic design test pressure (gauge)

-20t0 120 2.5 Sizes 1/8to 4 Sizes 5 and 6
120to 300 Interpolated values 10 Mpa 6.4 Mpa
300 2.0

2.SURFACE LAYER

Black or galvanized (hot dip zinc coating) fittings are available. And the zinc coating meet the following
requirements. If the customer need a special protective layer to protect against superficial rust, the requests
s also applied.

JIANZHI PIPE FITTINGS
SAFER, NO LEAK'!

2.SURFACE LAYER

2.1Chemical composition of the zinc coating Aluminium (Al) 0.1%
The content by mass of the accompanying Antimony (Sb) 001%
erl]en;el[]ts |.n the ﬂnllsh Zinc cloatmg does not exceed Arsenic (As) 0.00%
the following maximum values: Bismuth (Bi) —
Cadmium (Cd) 0.01%
2.2Coating mass per surface unit copper (Cu) 0.1%
The surface related mass of the zinc coatmg t.::loes Lead (Pb) 1.6%. in individual cases 1.8%
not less than 500 g/m’, as an average of 5 fittings. _
. . . Tin (Sn) 0.1%
This corresponds to a medium layer thickness of 70
um.It does not less than 450 g/m* (63um) when it
IS measured on an individual sample.
— M o
S — A S Is the medium layer thickness of the zinc coating in pm.
is the surface related mass of the zinc coating in g/m’.
7 mA is th f lated f the zi iNg | s

2.3Surface condition of the zinc coating

The zinc coating on the internal surface of the fitting is continuous, with the exception of machined black
surfaces.In the special case of larger material cross-sections the iron-zinc alloy phases may grow through.
The internal zinc coating are free from zinc blisters, zinc burrs, non-metallic remainders.

3.DIMENSIONS AND TOLERANCES

The main dimensions of the pipe fittings are given in the product specification and dimension table on the
following pages. If the size is not specified, the manufacturer shall negotiate with the purchaser. Where
maximum or minimum dimensions are not specified, the tolerances for face-to-face and face-to-centre
dimensions of pipe fittings are as given in Table 3.

TABLE 3 - TOLERANCE ON LENGTH

Dimension <30 > 30~<50 >50~</5 >75~<700 >100~<150 >150~<200 >200
Tolerance ] [ +2.0 £2.5 +3.0 +3.5 +4.0 +5.0
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NOTE:

1.Fittings sizes shown in brackets are optional sizes and which may have a limited availability.

2.The face-to-face and face-to-centre dimensions of unions may not always comply with the tolerance given
due to the compound effect of piece tolerances and design upon the final assembly.

Laying lengths are given for assistance and guidance during installation. Their accuracy is dependent upon
the tolerances given in 7.1 and on the tolerance of the threads specified in ISO 7-1 (or EN10226).

4.THREADS

4.1 Choice of thread

4.1.1 Jointing thread

Fittings shall be threaded in accordance with ISO7-1 (Or EN10226).

4.1.2 Fastening threads

The threads of backnuts, union nuts and their mating threads shall be in accordance with ISO 228-1 (Or
ENISO228).

4.2 Alignment of threads

The axes of the screw threads are accurate within £0.3°0f the specified angle.

4.3 Chamfering

The outlets of the fittings shall have a chamfer.

On internalthreads, the chamfer has a minimum included angle of 90°, and the diameter at the face exceeds
the major diameter of the thread.

On external threads, the chamfer should be a minimum included angle of 60° and the diameter at the face
not exceed the minor diameter of the thread at that face.

4.4 Taper thread

The basic form of the taper pipe 57°30 1

~27°30
thread is as shown in figure 2. %"
The taper is 1 to 16, measured X \ \\ Nk
on the diameter. The angle \\ & \\\

h he flanks, d i 1!‘\“*ﬁ*’ﬁ_ ’h \\?}’
inegvgeaex?at pela ninsesctirl:]::’]riaiSSUSr ;', = \\\%;;/\\?/5/4%} /%;/%}}

: Key
1 gauge plane
O\ AN | 2 tgper
the flanks making equal angles M ”/‘/%lmﬁ'/ 7 p Blg:f:!i10237p
with the axis. /47 // h 0,640327p
. 7 :
The thread profiles are rounded s ///ﬁ ' R ——
off equally at crests and roots V ~|~ 2
py circular arcs  blending —t e 81818
tangentially with the flanks in sie] o - -

such a manner as to give the
same thread height h as for

parallel threads. 0

4.5 Parallel thread . :I

The basic form of the parallel { |

pipe thread is as shown in x| < ‘

figure 3. The angle between the 1

flanks, measured in an axial ! |

plane section, is 55°. The thread N f;fg'gfg ;271: ;’
profiles are rounded equally at " r;0'137 399 p
crests and roots by circular arcs T Piteh S| Q& '
blending tangentially with the

flanks. Figure 3 — Parallel thread
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4.6 Thread lengths

4.6.1 External thread

The terms relating to the external taper pipe thread are given in figure 4.

The length of the useful thread, allowable in practice, is the sum of the lengths of the complete and
iIncomplete threads, excluding the washout thread. The minimum length of the useful thread must be not less
than the minimum gauge length plus the fitting allowance.

4.6.2 Internal thread

The design of internally threaded parts are such that they can receive external threads up to the lengths
given in column 16 of table 4. The minimum lengths Lmin of useful thread in the case of internal threads with
free run-out shall be not less than 80 % of the values given in column 17 of table 4. (See figure 5.)

— Reference plane

| Useful thread

= Washout
Complete thread Incomplete thread| thread

N R

- B

tted

| thread at hand

Gauge plane
engagement

a
Gauge diameter

tEnd of Largest perm

interna

INVAVANAVINAY,

| N
/ - {T4/2) J‘*(Tﬂ’?? ‘
ani i wrenching
l allowance
[

Gauge Llength

= -

[/ Fitting allowance

T —
Allowance equivalent to positiv

Ma jor cone q . =

tolerance on internal thread

Figure 4 — Terms relating to external threads

Free run-out

Free run-out

Figure 5 — Internal threads with free run-out




JIANZHI PIPE FITTINGS

SAFER, NO LEAK'!

&

) -

——(

5.LEAK TIGHTNESS TEST

Dimensions in millimetres

One of the following methods will be used for testing all pressure containing fittings (after they have been
machinized, but before they are protected by any other protective coating other than zinc coating). As a

result of this testing, each fitting must not show any signs of leakage. To ensure the authenticity of the test

results, all test equipment is equipped with a qualified monitoring pressure gauge:

test requirements are refer to

a)by the application of an internal hydrostatic pressure of not less than 2 MPg,

table 5;

Test result
Each fitting must not show any

]

Test time (s)
=15

TABLE 5 - TEST REQUIREMENTS

Pipe fittings dimensions (inch)
1/8~2

signs of leakage or damage

=60
pneumatic pressure of not less than 0.5 MPa, whilst the fitting is

internal
completely immersed in water or light oil;

24~6

b) by the application of an

c) by other tests which ensure an equivalent quality.

All Jianzhi brand fittings are satisfy an internal pneumatic pressure tightness test of 0.6 MPa, without any

signs of leakage.

For example: JZ9006-GBGAL=Jianzhi Brand, 90 Elbow, 1/8", heavy

7.9006=The code and the size of the pipe fittings
banded, galvanized.

6.GUIDE/INTRODUCTION

1.GB=Heavy Banded
2.0B=Medium Beaded

3.YB=Beaded

4.BLK=Black
5.GAL=Hot dip galvanized

6.EAL=Electrogalvanized
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Fig.1 Fig.2 Fig.90 Fig.90R Fig.92 Fig.92R Fig.120

Fig.130 Fig.130R Fig.131R Fig.180 Fig.220 Fig.240 Fig.241

Fig.130 Fig.130R Fig.131R Fig.165 Fig.180 Fig.180R Fig.220 Fig.245 Fig.270 Fig.280 Fig.291 Fig.300 Fig.301 Fig.310

Fig.321 Fig.330 Fig.331 Fig.340 Fig.341 Fig.471 Fig.529a

Fig.1221

Fig.341 Fig.343 Fig.471 Fig.529a Fig.1221

Fig.LCC Fig.SCC Fig.OEM
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Fig.90

90 Elbow, Equal

yan Fig.90R

P 90 Degree Elbow, Reducing

Unit Weight Packing cive Unit Weight Packing

Code Black Galv. Carton Code Black Galv. Carton

g g Pcs/ctn | NPS g g Pcs/ctn
}Z9006 1/8" 6 18 30.38 31 600 JZ90R1510 1/2"x 3/8" 15x10 25 25 74.48 76 270
}29008 1/4" 8 20 42.14 43 600 JZ90R2015 3/4"x1/2" 2015 29 30 122.5 125 270
129010 3/8" 10 24 60.76 62 500 JZ90R2510 1% 3/8" 25x10 29 31 143.08 146 160
J29015 1/2" 15 27 96.04 08 400 JZ90R2515 1% 1/2" 25x15 31 33 161.7 165 160
129020 3/4" 20 32 139.16 142 210 JZ90R2520 1% 3/4" 25%20 34 35 184.24 188 160
129025 " 25 37 213.64 218 120 JZ90R3210 1-1/4"x1/2"  32x10 31 36 213.64 218 100
}29032 1-1/4" 32 44.5 340.06 347 64 JZ90R3215 1-1/4"x1/2"  32x15 34 37 227.36 232 100
129040 BTy 40 48.5 423.36 432 48 JZ90R3220 1-1/4"x3/4"  32x20 36 40 252.84 258 100
129050 2 50 57 674.24 688 32 JZ90R3225 1-1/4" x 1" 32x25 40 41 285.18 291 90
J29065 BTy 65 68.5 1068.2 1090 16 JZ90R4015 1-1/2"x1/2"  40x15 35 41 266.56 272 90
129080 3 80 77.5 1489.6 1520 10 JZ90R4020 1-1/2"x3/4"  40x20 37 43 302.82 309 90
}290100 4 100 96.5 2700.88 2756 6 JZ90R4025 1-1/2" x 1" 40x25 41 45 342.02 349 70
1290150 6" 150 129 6089.72 6214 2 JZ90R4032 1-1/2"x1-1/4"  40x32 45 47 400.82 409 56
JZ90R5015 2"x 1/2" 50x15 37 47 398.86 407 68
JZ90R5020 2 "x 3/4" 5020 40 49 423.36 432 52
JZ90R5025 2"x 1" 50x25 43 51 476.28 486 50
JZ90R5032 2 "% 1-1/4" 50x32 47 53 552.72 564 40
@ JZ90R5040 2 "% 1-1/2" 5040 51 54 588 600 30
F ] g - 9 2 JZ90R6515 2-1/2"x1/2"  65x15 40.5 56 579.18 591 46
JZ90R6520 2-1/2"x3/4"  65%x20 43.5 57 613.48 626 40
: JZ90R6525 2-1/2"x 1" 65x25 47.5 59 686 700 34
90" M&F Elbow, Equal JZ90R6532 2-1/2"x 1-1/4"  65x32 51.5 61 732.06 747 30
JZ90R6540 2-1/2"x1-1/2"  65x40 54.5 61 772.24 788 26
I _ JZ90R6550 2-1/2"x 2" 65x50 59.5 64 904.54 923 24
A Unit Weight Packing JZ90R8015 3"x1/2" 80x15 42.5 64 735.98 751 36
Code Black Galv. Carton JZ90R8020 3 "x 3/4" 80x20 45.5 65 770.28 786 30
. Al kil S S SELAD JZ90R8025 3" 1" 80x25 49.5 67 830.06 847 20
129208 i . 20 2 37.24 56 600 JZ90R8032 3 "% 1-1/4" 80x32 54.5 69 931.98 951 20
s 28 i 2 s 2t a ik JZ90R8040 3"x 1-1/2" 80x40 57.5 77 952.56 972 20
129215 e 1> 28 ¢ 87.22 89 590 JZ90R8050 3"x 2" 80x50 61.5 7 1166.2 1190 12
129220 s £ 2 i LELS 2 Lk JZ90R8065 3"x 2-1/2" 8065 71.5 74 1319.08 1346 12
129225 L 2 >S 02 204.82 20 104 JZ90R10015 4"x1/2" 100x15  49.5 78 1311.24 1338 14
AN Lisl 3 S a2 54 i 2 o0 JZ90R10020 4"x3/4" 100x20  53.5 79 1326.92 1354 14
129240 Ll 40 - 0> 434.14 443 = JZ90R10025 4"%1" 100x25  56.5 82 140532 1434 14
SIS il i s s it il il JZ90R10032 4"x1-1/4" 100x32  60.5 85 1550.36 1582 14
129265 ali L 0> 09 20 1125.04 1148 12 JZ90R10040 4"x1-1/2" 100x40  62.5 85 1621.9 1655 10
S i Bl iz, o e SN S Lt JZ90R10050 4"x 2" 100x50  68.5 86 1711.08 1746 10

1292100 4 100 70.5 120 270382 2759 0 JZ90R10065 4"x2-1/2" 100x65  77.5 89 1957.06 1997 8
JZ90R10080 4"x 3" 100x80  82.5 90 2164.82 2209 8
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Fig.120

45°Elbow

/)\L-.._. g5+ ’ A -
> ez
7

% Fig.2

90 Degree Female Long
Sweep Bends

\

Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code S ETd Galv. Carton
mm g g Pcs/ctn g g Pcs/ctn
]Z29208 1/4" 8 20 28 37.24 38 600 ]Z210 3/8" 10 48 87.22 89 400
JZ29210 3/8" 10 25 33 54.88 56 500 ]Z215 /2 15 55 142.1 145 220
JZ9215 1#2° 15 28 38 87.22 89 300 12220 3/4" 20 69 223.44 228 120
]Z29220 3/4" 20 33 44 132.3 135 180 |Z2225 1" 25 85 572 .4 380 70
]Z29225 1" 25 38 52 204.82 209 104 |Z232 1-1/4" 32 105 607.6 620 40
]Z29232 1-1/4" 32 45 60 339.08 346 60 12240 1-1/2" 40 116 807.52 824 20
]29240 1=T/2" 40 50 65 434.14 443 52 ]Z2250 2" 50 140 1268.12 1294 12
]Z29250 2 50 58 74 701.68 716 26 ]Z2265 2-1/2" 65 176 224390 2289 8
]Z9265 2=Til 2" 65 69 90 1125.04 1148 12 12280 3" 80 205 3234 3300 6
]Z29280 3 80 775 100 1547.42 1579 10 ]Z22100 4" 100 260 6056.4 6180 2
]Z92100 4" 100 96.5 120 2703.82 2759 6
B
& = -
90 Degree M&F Long = F~ 45 Degree M&F Long S A
Sweep Bends ,._ Sweep Bends e ,,
Unit Weight Packing _ Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
g g Pcs/ctn g g Pcs/ctn
JZ110 3/8" 10 48 42 71.54 73 400 ]Z4015 142" 15 36 30 87 88 180
JZ115 12 15 55 48 115.64 118 280 ]Z4020 3/4" 20 43 36 88 144 160
JZ120 3/4" 20 69 60 187.18 191 150 ]Z4025 i 25 51 42 89 224 80
JZ125 i 25 85 75 304.78 311 80 ]Z4032 1-1/4" B 64 54 90 362 50
2132 1-1/4" 32 105 95 519.4 530 50 ]Z24040 1-1/2" 40 68 58 97 450 24
]Z2140 1-1/2" 40 116 105 665.42 679 24 ]Z4050 2 50 81 70 92 752 12
JZ150 2" 50 140 130 1123.08 1146 12 ]Z4065 2-1/2" 65 99 86 93 1344 8
]Z165 2-1/2" 65 176 165 2067.8 2110 8 ]Z4080 3" 80 113 100 94 1963 6
]Z180 3" 80 205 190 2955.68 3016 6 ]Z40100 4" 100 143 126 2
JZ1100 4" 100 260 245 5396.86 5507 2
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Fig.41 el Fig.270 ]
45 Degree Female Long " Z:Z Entire Thread Sockets f ;
Sweep Bends N -4 goil—3

Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
g g Pcs/ctn g g Pcs/ctn
]Z4115 12 15 36 119.56 122 180 ]Z227008 1/4" 8 26 38.22 39 800
]Z24120 3/4" 20 43 180.32 184 160 JZ27010 3/8" 10 29 48.02 49 700
]Z24125 1" 25 57 286.16 292 80 JZ27015 172" 15 35 82.32 84 450
]Z24132 1-1/4" 32 64 461.58 477 50 ]Z227020 3/4" 20 38 115.64 118 300
1724140 1-1/2" 40 68 24 ]Z227025 i 25 44 178.36 182 180
]Z4150 2" 50 81 12 ]Z227032 1-1/4" 32 49 263.62 269 120
]Z4165 2-1/2" 65 99 8 ]Z227040 1-1/2" 40 53 338.1 345 72
1724180 3" 80 113 6 ]Z227050 2" 50 63 583.1 595 48
]Z41100 4" 100 142 2 ]Z227065 2-1/2" 65 72 822.22 839 32
]Z227080 3" 80 775 1065.26 1087 24
]Z2270100 4" 100 91.5 1774.78 1811 10
2270150 6" 150 118 3789.66 3867 4
|_ -

T T

Fig.220

Part Thread Sockets

Fig.246

Socket Reducing, M&F

T e Ay
Unit Weight Packing
Code Black Galv. Carton
g g Pcs/ctn
1222006 148" 6 23.5 / / /
J222008 1/4" 8 26 36.26 37 800
J222010 3/8" 10 29 46.06 47 700
J222015 1/2" 15 35 80.36 82 450
1222020 3/4" 20 38 113.68 116 300
1222025 I 25 44 176.4 180 180
J£222032 1-1/4" 32 49 264.6 270 126
J222040 1-1/2" 40 53 319.48 326 72
J222050 2 50 63 543.9 555 48
1222065 2-1/2" 65 72 825.16 842 22
J222080 i 80 77.5 1003.52 1024 24
J2220100 4" 100 91.5 1702.26 1737 10
J2220150 6" 150 118 3776.92 3854 4

Sive Unit Weight Packing

Code Black Galv. Carton

NPS g g Pcs/ctn
122462015 3/4"x1/2" 20X15 47 93.1 95 380
122462515 1"x1/2" 25X15 54 132.3 135 180
122462520 1 "% 3/4" 25X20 54 143.08 146 180
122463220 1-1/4" x 3/4" 32X20 59 202.86 207 120
122463225 1-1/4" x 1" 32X25 59 213.64 218 128
122464020 1-1/2" x 3/4" 40X20 62 252.84 258 80
122464025 1-1/2"% 1" 40X25 62 266.56 272 80
122464032 1-1/2"x1-1/4" 40X32 62 288.12 294 80
122465025 2% 1" 50X25 69 397.88 406 48
122465032 2"x1-1/4" 50X32 69 425.32 434 48
122465040 2"x1-1/2" 50X40 69 429.24 438 48
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I‘-'L] F I g & 5 2 9 a

Sockets, Reducing N Socket M&F

Sive Unit Weight Packing

Code Black Galv. Carton

NPS g g Pcs/ctn
12240108 3/8"x1/4" 108 29 42 43 500
12240158 1/2" x 1/4" 15%8 35 66 67 500
122401510 142" % 318" 15%10 36 69 70 500
12240208 3/4 "% 1/4" 20x8 38 86 88 360
122402010 3/4 "x 3/8" 20x10 38 97 93 360
122402515 34 %1/2" 20x15 38 105 107 360
12240258 1"x1/4" 25x8 44 132 135 200
JZ22402510 1" x 3/8" 25x10 44 128 131 200
22402515 1" x 172" 25x%15 44 142 145 200
122402520 1 "% 3/4" 25x%20 44 150 153 200
122403215 1-1/4"x 1/2" 32x15 49 203 207 144
122403220 1-1/4" x 3/4" 32x20 49 214 218 144
122403225 1-1/4" x 1" 32x25 49 225 230 120
122404015 1-1/2" % 1/2" 40x15 53 247 252 140
122404020 1-1/2" x 3/4" 40x20 53 254 259 140
JZ22404025 1-1/2"x 1" 40x25 53 277 283 120
122404032 1-1/2" x 1-1/4" 40%x32 53 2112 318 100
122405015 2.5 142" 50%15 63 392 400 80
122405020 2"x3/4" 50%20 63 406 414 80
JZ22405025 2 T 17 50%25 63 414 422 72
122405032 2 "x1-1/4" 50%32 63 435 444 72
122405040 2"x1-1/2" 50%40 63 475 485 48
122406515 2-1/2"x1/2" 65x%15 72 568 580 60
122406520 2-1/2"x 3/4" 65x20 72 578 590 60
122406525 2-1/2"x 1" 65%25 72 594 606 60
122406532 2-1/2"x1-1/4" 65%32 72 614 627 60
122406540 2-1/2"x1-1/2" 65x40 12 634 647 60
JZ22406550 2-1/2" x 2" 65x50 72 L3 728 40
122408015 3% /2" 80x15 77.5 699 713 40
122408020 3% 54" 80x20 771.5 735 750 40
122408025 3"'% 1" 80x25 77.5 747 762 40
JZ22408032 3"%1-1/4" 80x32 Tk 764 780 40
122408040 3"%1-1/2" 80x40 7Z.5 785 801 40
122408050 3 'x2" 80x50 77.5 839 856 36
122408065 3"x2-1/2" 80x65 77.5 860 878 24
1224010015 4% 172" 100x15 91.5 1139 1162 20
1224010020 4 "x 3/4" 100x20 91.5 1223 1248 20
1224010025 e i 100x25 91.5 1233 1258 20
1224010032 4"x 1-1/4" 100%x32 91.5 1279 1305 20
1224010040 4"x 1-1/2" 100x40 91.5 1294 1320 20
1224010050 4 "x 2" 100x50 91.5 1326 1353 16
1224010065 4" x 2-1/2" 100x65 91.5 1378 1406 14
1224010080 4 "% 3" 100x80 91.5 1438 1467 12

1224015080 6"x4" 150%x80 118

T

Unit Weight Packing

Code ~ Black Galv. Carton

g g Pcs/ctn
JZ529A15 1/2" 15 44 56.8 58 600
JZ529A20 3/4" 20 45 89.2 97 380
JZ529A25 1" 25 52 137.2 140 180
JZ529A32 1-1/4" 32 57 198.0 202 120
JZ529A40 1-1/2" 40 60 249.9 255 80
JZ529A50 2" 50 66 384.2 392 48

Fig.280

Hexagon Nipples

Code

]Z2808
]Z228010
JZ228015
]228020
]Z£28025
]£228032
1228040
]Z228050
]£28065
]Z228080
]Z2280100
]2280150

1/4"
3/8"
1/2"
3/4"

1-1/4"
1=1/2’
oL
2-112"
3"
a"

10
15
20
25
32
40
50
65
80
100
150

mm

36
36
44
47
23
56
53
68
/3
81
95
107

16.7
19.8
23.6
29.2
36
45
51
63
79.4
9.6
117
170

Unit Weight
Black Galv.
g g
29.4 30
30.38 31
55.86 57
84.28 86
134.26 137
186.2 190
227.36 232
365.54 373
543.9 555
768.32 784
1237.74 1263

Packing
Carton
Pcs/ctn
1000
1000

600
300
200
140
104
56
36
24
12




) JJANZHI

JIANZHI PIPE FITTINGS
SAFER, NO LEAK'!

Fig.245

Nipples, Reducing

Fig.130R

Tee, Reducing

Size

NPS

Packing
Carton
Pcs/ctn

i Unit Weight
Code s Black Galv. Code
NPS g g :
12245158 1/2" x 1/4" 15x8 44 2 47.04 48 600 JZ130R1510
]Z22451510 1/2%% 3/8° 15%10 44 22 59.78 61 600 |Z130R2015
122452015 3/4"x1/2" 20%15 47 29.9 91.14 93 400 1Z130R2510
122452515 1" 5% 172" 25%15 53 35.8 115.64 118 260 1Z130R2515
122452520 1"x 3/4" 25%20 53 35.8 137.2 140 240
122453215 1-1/4" x 1/2" 32x15 57 45.6 177.38 181 160 JZ130R2520
122453220 1-1/4" x 3/4" 32x20 57 45.6 181.3 185 140 JZ130R3210
122453225 1-17/4" % 1" 32x25 57 45.6 192.08 196 140 JZ130R3215
122454015 1-1/2" %172 40%15 59 50.5 202.86 207 130 |Z130R3220
122454020 1-1/2" x 3/4" 40%20 59 50.5 207.76 212 130 |Z130R3225
122454025 1-1/2"x 1" 40x25 59 50.5 225.4 230 120 1Z130R4015
122454032 1-142%x 1-1/4" 40x32 59 50.5 235.2 240 100 12130R4020
122455015 2"x 1/2" 50x15 68 63.5 323.4 330 75
122455020 2 "x 3/4" 50%20 68 635 334.18 347 72 JZ130R4025
122455025 2 "% 1" 50x25 68 63.5 343 350 72 JZ130R4032
122455032 2% 1-1/4" 50x32 68 63.5 352.8 360 TE. JZ130R5015
122455040 2"x 1-1/2" 50x40 68 63.5 366.52 374 60 |Z130R5020
]Z22456550 2-1/2" "x 2" 65x50 3 79.4 |Z130R5025
122458050 3 "D 80x50 81 91.6 749.7 765 24 1Z130R5032
122458065 A% -112" 80%65 31 91.6
1224510050 4"%2" 100x50 95 117 J& L3040
1224510065 4"%2-1/2" 100x65 95 117 JZ130R6515
JZ24510080 4"x3" 100x80 95 117 JZ130R6520
|Z130R6525
|Z130R6532
- |Z130R6540
e i JZ130R6550
Flg 1 30 T FTTITELT ) JZ130R8015
¢ i 1 JZ130R8020
Y P | JZ130R8025
Tee, Equal L__,; ? T }Z130R8032
- i x : |Z130R8040
Z130R8050
Unit WEight Packing jz-l 30R8065
COdE Black Galv. Carton JZ'] 30R10015
: g g i JZ130R10020
0 i g lﬁ ST 5 JZ130R10025
1213010 3/8" 10 24 388.2 90 300 JE1SUR 10032
1213015 Ti 15 27 1372 140 240 J£130R10040
1213020 3/4" 20 32 198.94 203 140 JZ130R10050
213025 e 25 37 308.7 315 90 |Z130R10065
JZ13032 1-1/4" 32 44.5 479.22 489 56 JZ130R10080
1213040 =12 40 48.5 600.74 613 40
1213050 2" 50 57 977.06 997 20
213065 1 65 68.5 1520.96 1552 12
JZ13080 3" 30 77.5 2045.26 2087 10
12130100 4" 100 96.5 3589.74 3663 4
12130150 6" 150 129 8157.52 8324 2

1/2x3/8
;A %1 {27

T "% 3/8"

1% 142"

T "% 3/4"
1=1/4" x 3/8"
1=1J4" x142"
1=1/4" x 3/4"

1-1/4" x 1"
1=1/2" X1 /2"
1=1/2" % 3/4"

T=1/2° %X T"

1-1/2" x 1-1/4"
2 "% 1J2"
2% 314"
2*%1"
2"x1-1/4"

2% 1=1/2"
2=1J27 X 142"
2=1/2" X 314"

2=112" % 1"

2-1/2"x1-1/4"
2=J2° % 1 =12

2-112" % 2°

3% 42

3 "% 3/4"

2% 1"

3% 1=1/4"

3N N=1/12"
32"

3% 2=1/2"

4 "% 112"

434"

4"x 1"

4"% 1-1/4"

4.°% 1=1/2"
4 7% 2"

4" x 2-1/2"
4 % 3"

15%10
20x15
25x10
Z5X15
25x20
32x10
32x15
32x20
32x25
40x15
40x20
40x25
40x32
50x15
50x20
50x25
50x32
50x40
65x15
65x20
65x25
65x32
65x40
65x50
80x15
80x20
80x25
80x32
80x40
80x50
80x65

100x15
100x20
100x25
100x32
100x40
100x50
100x65
100x80

25
29
29
3
34
3
34
36
40
35
37
41
45
37
40
43
47
51
40.5
43.5
47.5
21D
54.5
39D
42.5
45.5
49.5
54.5
/.0
61.5
1.5
49.5
3.
56.5
60.5
6Z2.5
68.5
115
82.5

25
30
31
33
35
36
37
40
41
41
43
45
47
47
49
o]
53
54
56
57
59
61
61
64
64
65
6/
69
/1
/1
/4
/8
/9
82
85
85
86
89
90

Unit Weight
Black Galv.
C G
/ /
180.32 184
2254 230
238.14 243
261.66 267
309.68 316
341.04 348
371.42 379
407.68 416
406.7 415
427.28 436
481.18 491
557.62 569
589.96 602
642.88 656
687.96 702
750.68 766
826.14 843
887.88 906
919.24 938
1017.24 1038
1075.06 1097
1145.62 1169
1294.58 1320
1114.26 1137
1174.04 1198
1267.14 1293
1342.6 1370
1440.6 1470
1589.56 1622
1862 1900
1915.9 1955
2038.4 2080
2100.14 2143
2214.8 2260
2303.98 2351
2558.78 2611
2799.86 2857
3138.94 3203

/
150
100
100
100
64
64
64
64
52
52
42
42
40
40
30
30
24
24
24
20
16
16
16
12
12
12
12
12
10
10
8

O OO O O 0O OO




JIANZHI PIPE FITTINGS
SAFER, NO LEAK'!

) JJANZHI

Fig.131R

Tees Reducing

A A
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L % s ;J,

1 @ @ Lateral Y Branch 45° Tee

o p—

Size Unit Weight Packing
Code Black Galv.

NPS DN g g

Unit Weight
Code | Black Galv.
g g

Packing

Carton
Pcs/ctn

Carton
Pcs/ctn

1Z131R201515  3/4"x1/2"x1/2"  20x15x15 29 30 27 159.74 163 120 1216515 172" 15 42 18 161.7 165 240
JZ131R251520  1"x1/2"x3/4" 25%15%20 3 33 29 191.1 195 120 1216520 3/4" 20 51.5 18.5 244.02 249 100
]Z131R252020  1"x3/4"x3/4" 25%20x%20 34 35 32 157.78 161 120 1216525 ik 25 62 23 375.34 383 30
JZ131R321525  1-1/4"x1/2"x1" 32x15x%25 33 37 31 234.22 239 30 1216532 1-1/4" 32 75 28 595.84 608 40
|Z131R322025  1-1/4"x3/4"x1" 32x20%25 36 40 34 287.14 293 60 1216540 1-1F2° 40 82 30 743.82 759 30
JZ131R322525  1-1/4"x1"x1" 32x25x25 39 40 36 355.74 363 60 1216550 = 50 100.5 32.5 1189.72 1214 16
JZ131R323225  1-1/4"x1-1/4"x1"  32x32x25 44.5 44.5 41 406.7 415 40 1216565 2-1/2" 65 125 39 1935.5 1975 10
JZ131R401532  1-1/2"x1/2"x1-1/4" 40x15x32 35 41 33 539.98 551 32 1216580 T 80 140 45 2651.88 2706 3
JZ131R402032  1-1/2"x3/4"x1-1/4" 40x20x32 37 43 36 514.5 525 36 12165100 4" 100 180 55 4817.68 4916 2
JZ131R402525  1-1/2"x1"x1" 40x25%25 40 44 36 641.9 655 28

JZ131R402532  1-1/2"x1"x1-1/4"  40x25x32 41 45 40 711.48 726 20

JZ131R403225  1-1/2"x1-1/4"x1"  40x32x25 45 47 41 879.06 897 16

JZ131R403232  1-1/2"x1-1/4"x1-1, 40x32x32 45 47 44.5 1056.44 1078 12

JZ131R404025  1-1/2"x1-1/2"x1"  40x40x25 48.5 48.5 45 1025.08 1046 16

JZ131R405032  1-1/2"x2"x1-1/4"  40x50x32 54 51 53 1336.72 1364 10

JZ131R501540  2"x1/2"x1-1/2" 50x15x40 37 47 35 1622.88 1656 10

JZ131R502040  2"x3/4"x1-1/2" 50%20x40 40 49 37 2530.36 2582 6 S e
]Z131R502532  2"x1"x1-1/4" 50%25x32 43 51 40 299.88 306 64 = N :
1Z131R502540  2"x1"x1-1/2" 50%25x40 42 49 40 344.96 35) 68 Flg . 1 80 - i
JZ131R503232  2"x1-1/4"x1-1/4"  50x32x32 47 53 44.5 392 400 60 |
JZ131R503240  2"x1-1/4"x1-1/2"  50x32x40 47 53 45 491.96 502 40 i
1Z131R504025  2"x1-1/2"x1" 50x40%25 51 54 45 377.3 385 42 Crosshead Female g +
JZ131R504040  2"x1-1/2"x1-1/2"  50x40x40 51 54 48.5 406.7 415 40 .
JZ131R505025  2"x2"x1" 50x50%25 57 57 51 451.78 46 40 —— :
JZ131R651550  2-1/2"x1/2"x2"  65x15x50  40.5 56 37 534.1 545 36 Unit Weight Packing
JZ131R652050  2-1/2"x3/4"x2" 65%20x50 43.5 57 40 620.34 633 30 Code Black Galv. il
JZ131R652550  2-1/2"x1"x2" 65x25%50 45 58 42 702.66 717 24 : g g Fcs/ctn
JZ131R653240  2-1/2"x1-1/4"x1-1, 65x32x40 51.5 61 45 599.76 612 30 JEARGES 172 L o i 174 G
JZ131R653250  2-1/2"x1-1/4"x2"  65x32x50 51.5 61 47 673.26 687 30 Jeionat L il e e 4 £p
JZ131R654050  2-1/2"x1-1/2"x2"  65x40x50 54.5 62 51 525.28 536 36 JELIGES L. £ = - a0 i
|Z131R655050  2-1/2"x2"x2" 65x50x50 59.5 64 57 525.28 536 36 feioiag il B¢ it aih Jiid Op
|Z131R802565  3"x1"x2-1/2" 80x25x%65 49.5 67 47.5 525.28 536 36 JEARGES 1-1/2 e LA F1E ol 24
|Z131R803265  3"x1-1/4"x2-1/2" 80x32x65 54.5 69 51.5 552.72 564 24 L T i 2l LT LKL 1<
JZ131R804065  3"x1-1/2"x2-1/2"  80x40x65 57.5 7 54.5 562.52 574 24 JE RGNS 2172 i B i, LI H
|Z131R805065  3"x2"x2-1/2" 80x50%65 61.5 7 59.5 705.6 720 16 Gl il il e s £ b
JZ131R806565  3"x2-1/2"x2-1/2"  80x65%65 71.5 74 68.5 754.6 770 16 JEAGLIG . e ha i, e -




JIANZHI PIPE FITTINGS
SAFER, NO LEAK'!

) JJANZHI

Fig.180R

Crosses, Reducing

Fig.330

Union, Flat Seat

NN
g \“\“\%%j\\\i\*i
L

Unit Weight Packing Unit Weight Packing

Size

Code Black Galv. Carton Code Black Galv. Carton
NPS . g Pcs/ctn NPS . g Pcs/ctn

JZ180R2015 3/4 "X 1/2" 20%x15 29 30 199 203 120 1733010 3/g" 10 39 156.8 160 280
JZ180R2515 1" x 1/2" 25%x15 31 33 261 266 96 1733015 1/2" 15 46 200.9 205 180
JZ180R2520 1 "x 3/4" 25x20 34 35 310 316 80 1733020 3/4" 20 50 265.58 271 120
JZ180R3215 1-1/4" x 1/2" 32x15 34 37 365 372 64 1733025 T 25 56 392 400 88
JZ180R3220 1-1/4" X 3/4" 32x20 7 40 407 415 60 1733032 1-1/4" 32 63 583.1 595 56
JZ180R3225 1-1/4" X 1" 32x25 40 41 460 469 56 1733040 1-1/2" 40 68 733.04 748 36
JZ180R4015 1-1/2" x 1/2" 4015 35 41 414 422 52 JZ33050 o 50 76 1056.44 1078 28
JZ180R4020 1-1/2" x 3/4" 40%20 37 43 473 483 52 1733065 2-1/2" 65 83 1675.8 1710 12
JZ180R4025 1-1/2" x 1" 40%25 41 45 522 533 42 JZ33080 3" 80 93 2175.6 2220 10
JZ180R4032 1-1/2" X 1-1/4" 40%32 45 47 646 659 34 JZ330100 4" 100 113.5 3724 3800 6
JZ180R5015 2 "% 1/2" 50x15 37 47 616 629 36
JZ180R5020 2 " 3/4" 50x20 40 49 674 688 36
JZ180R5025 2 "% 1" 50x25 43 51 743 758 28
JZ180R5032 2 "% 1-1/4" 50x32 47 53 832 849 28
JZ180R5040 2" x 1-1/2" 50x40 51 54 901 919 20
JZ180R6515 2-1/2" X 1/2" 65%x15 40.5 56 878 896 20
JZ180R6520 2-1/2" X 3/4" 65%20 435 57 950 969 20 #, .
JZ180R6525 2-1/2" x 1" 65%25 47 5 59 1035 1056 18 = : |
JZ180R6532 2-1/2" x 1-1/4" 65%32 51.5 61 1174 1198 16 F I g . 3 3 1 ' f,
JZ180R6540 2-1/2" x 1-1/2" 65%x40 54.5 61 1201 1225 14 nz I -
JZ180R6550 2-1/2" X 2" 65%50 59.5 64 1438 1467 10 . - = j
JZ180R8015 3 "% 1/2" 8015 42.5 64 1107 1130 12 Union, Flat Seat, M&F /;
JZ180R8020 3 "x3/4" 80x20 455 65 1155 1179 12 N / |
JZ180R8025 3"y 1" 80x25 49 5 67 1290 1316 12 = _
JZ180R8032 3 " 1-1/4" 80x32 54.5 69 1438 1467 12 Unit Weight Packing
JZ180R8040 3 " 1-1/2" 80x40 57.5 71 1560 1592 10 Code Black Galv. Carton
JZ180R8050 3 "x 2" 80x50 61.5 71 1695 1730 10 i . - Scscn
JZ180R8065 3 " 2-1/2" 80x65 715 74 1981 2021 3 =LA LS 15 s 2.5 ce jal
JZ180R10015 4% 1/2" 100x15 49 5 78 1826 1863 6 weaa e e =H i fo,90 £ Rk
JZ180R10020 4 "x 3/4" 100%20 53.5 79 1886 1924 6 =LA1E0 L 29 i <898 i i
JZ180R10025 4"x 1" 100%25 56.5 82 2025 2066 6 e las 18 9e i Lol i 4d
JZ180R10032 4 "x 1-1/4" 100%32 60.5 85 2264 2310 6 SL2H14Y L4 . ) 784 e 3
JZ180R10040 4 "x 1-1/2" 100x40 62.5 85 2288 2335 4 eSO 2 A 154 L L <0
JZ180R10050 4 "x 2" 100%50 68.5 86 2529 2581 4
JZ180R10065 4" x 2-1/2" 100%65 775 89 2819 2877 4
JZ180R10080 4 "x 3" 100%80 82.5 90 3177 3242 4
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JIANZHI PIPE FITTINGS
J IAN Z H I SAFER, NO LEAK !

- /. - J '
Fig.340 < Fig.342 A
I T N it
Union, Taper Seat J Brass Unions, Taper Seat N

_ Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
NPS g o Pcs/ctn NPS o o Pcs/ctn
JZ3408 1/4" 3 42 103.88 106 200 JZ34238 1/4" 8 42 104.86 107 200
JZ34010 3/8" 10 45 152.88 156 200 | | JZ34210 3/8" 10 45 143.08 146 200
JZ34015 2" 19 47 164.64 168 180 JZ34215 1/2" 15 47 168.56 172 180
JZ34020 3/4" 20 919 251.86 257 120 | | JZ34220 3/4" 20 o1 256.76 262 120
JZ34025 L 29 af 330.26 337 38 JZ34225 29 56.5 333.2 340 38
JZ34032 1-1/4" 32 65 560.56 2 56 | | JZ34232 1-1/4" 32 64 583.1 595 56
JZ34040 1-1/2" 40 71 703.64 718 36 JZ34240 1-1/2" 40 70 731.08 746 36
JZ34050 2" 50 79 1023.12 1044 28 | | JZ34250 2 50 78.5 1058.4 1080 28
JZ34065 2-1/2" 65 85.5 1615.04 16438 12 JZ34265 2-1/2" 65 34.5 1804.18 1841 12
JZ34080 % 30 94.5 2242 .24 2288 10 | | JZ34280 3 30 94 2314.76 2362 10
JZ340100 4" 100 110.5 3615.22 3689 6 | | JZ342100 4" 100 110 3731.84 3808 6

T T
=

Fig.341

Union, Taper Seat, M&F

Fig.343

Union, Flat Seat, M&F

,..
A\x

L " -y

e

\H'\.‘

Unit Weight Packing Unit Weight Packing

Code Black Galv. Carton Code | Black Galv. Carton

NPS g d Pcs/ctn NPS g g Pcs/ctn
JZ34115 1/2" 15 65 196 200 140 JZ34115 1/2" 15 65 196 200 140
JZ234120 3/4" 20 71.5 289.1 295 120 JZ34120 3/4" 20 71.9 289.1 295 120
JZ34125 1" 25 79 392 400 80 JZ34125 1" 25 79 392 400 80
JZ34132 1-1/4" 32 90 635.04 648 40 JZ34132 1-1/4" 32 90 635.04 648 40
JZ34140 1-1/2" 40 96 301.64 318 32 JZ34140 1-1/2" 40 96 301.64 818 32

JZ34150 Z 50 107 1149.54 1173 20 | JZ34150 2" 50 107 1149.54 73 20




JIANZHI PIPE FITTINGS
SAFER, NO LEAK'!

) JJANZHI

- —
Flglgs m | Flgl241 : He T
Union Elbow Flat Seat FF % — ] = Bushings | _

Unit Weight Packing Sive Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
NPS o o Pcs/ctn NPS DN mm g g Pcs/ctn
JZ9515 12" 15 24.5 54 194.04 198 60 1224186 1/4"x1/8" 8x6 18.5 16.8 6 14.7 15 1800
179520 3/4" 20 29 60 303 8 310 40 12241106 3/8"x1/8" 10x6 18 20 6 22.54 23 1500
179525 1" 25 a5 68 471 38 48 30 J2241108 3/8"x1/4" 10x8 18.5 18.4 6 18.62 19 1800
T T AD T i — ey v )22411510 3/4"x1/4" 15x10 5 22 6 66.64 68 600
179550 oL 50 53 5 97 1397 9 1355 10 J2241208 T/2" x3/8" 20x8 24.5 29.6 6 32.34 33 960
122412010 T/2" %1/4" 20x10 24.5 29.6 6 38.22 39 900
122412015 3/4"x1/2" 20x15 24.5 29.6 6 50.96 52 600
12241258 1"%1/4" 25x%8 28 37.4 6.5 105.84 108 300
122412510 1 "x 3/8" 25x710 28 37.4 6.5 11172 114 300
JZ2412515 1"x1/2" 25x15 28 37.4 6.5 97.02 99 300
122412520 T "% 3/4" 25%20 28 3/7.4 6.5 81.34 83 300
122413215 1-1/4"x1/2" 32x15 30 45.6 7/ 167.58 171 200
JZ22413220 1-1/4" x 3/4" 32x20 30 45.6 7/ 1519 135 200
122413225 1-1/4" x 1" 32x25 30 45.6 7 126.42 129 200
122414015 1-1/2"x1/2" 40x15 30 50 T 197.96 202 160
122414020 1-1/2" x 3/4" 40x20 30 50 1.5 207.76 212 160
A 122414025 T=1£2"% T" 40x25 30 50 7.3 182.28 186 160
D - ]£22414032 1-1/2"x1-1/4" 40x32 30 50 /.5 123.48 126 160
F I g 9 7 :[\ 122415015 2 "% 112" 50x15 33 64.1 8.5 289.1 295 96
- E’_\ L 122415020 2 "x 3/4" 50x20 33 64.1 8.5 298.9 305 96
_ ] T JZ22415025 2"x 1" 50x25 33 64.1 8.5 342.02 349 96
Union, Ta per Seat, M&F s JZ22415032 2 "x 1-1/4" 50%32 33 64. 8.5 302.82 309 96
L J 122415040 2"x1-1/2" 50x40 33 64.1 8.5 255.78 261 96
| 122416515 2-1/2"x1/2" 65x15 39 79.6 9 441 450 68
Unit Weight Packing 122416520 2-1/2" x3/4" 65x20 39 79.6 9 456.68 466 68
Code " Black Galv. Carton J22416525 2-1/2"x 1" 65x25 39 79.6 9 448.84 458 68
P : : S ealeth )Z2416532 2-1/2"x1-1/4"  65x32 39 79.6 9 512.54 523 68
179715 179" 15 24 5 79 9905 595 60 122416540 2-1/2" X"'I—'I ﬁZ" 65x40 39 79.6 9 519.4 530 68
179790 3/4" 0 59 30 358 3 335 40 JZ22416550 2_]../2 ){% 65x50 39 79.6 9 446.88 456 68
179795 o o5 35 90 517 44 558 30 122418015 3 X 1./2 80x15 42 93 10 633.08 646 36
. 122418020 3 "% 314" 80x20 42 93 10 632.1 645 36
G BN e - L Fi 0 159 £t )22418025 Lk 80x25 42 93 10 650.72 664 36
J£I140 1-1/2° 40 49.9 111 969.22 989 16 ]22418032 3" 1-1/4" 80x32 42 03 10 637.98 651 36
JZ£9750 2’ 20 93.9 125 1473.92 1504 10 )Z2418040 3"x1-1/2" 80x40 42 93 10 694.82 709 36
122418050 ek & 80x50 42 03 10 #1322 /89 36
122418065 3"%x2-1/2" 80x65 42 03 10 556.64 568 36
12247110015 4"x1/2" 100x15 49 118.4 11 1070.16 1092 18
1224110020 4"x 3/4" 100x20 49 118.4 11 1085.84 1108 18
1224110025 4"x 1" 100x25 49 118.4 1078.98 1101 18
1224110032 4"x 1-1/4" 100x32 49 118.4 117 1126.02 1149 18
1224110040 4 "% 1-1/2" 100x40 49 118.4 il 1097.6 1120 18
1224110050 4"x 2" 100x50 49 118.4 11 1121.12 1144 18
1224110065 4° % 2=112° 100x65 49 118.4 11 1350.44 1378 18
1224110080 4 "x 3" 100x80 49 118.4 117 1203.44 1228 18
1224115080 6" x 3" 150%x80 60 170.8 13

2241150100 6" x 4" 150x100 60 170.8 13




JIANZHI PIPE FITTINGS
SAFER, NO LEAK'!

) JJANZHI

Fig.290

Beaded Plug

Fig.300

Caps

Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
NPS g o Pcs/ctn NPS o g Pcs/ctn
JZ2908 1/4" 3 22.9 6 17.64 18 2000 JZ30010 3/8" 10 17 20.6 29.4 30 1200
JZ29010 3/8" 10 25 [4 294 30 1300 JZ30015 1/2" 15 19 24 .6 44 1 45 700
JZ29015 2" 19 28 10 35.28 36 900 JZ30020 3/4" 20 22 30.4 68.6 70 500
JZ29020 3/4" 20 32 12 55.86 o7 600 JZ30025 1" 29 24 37.2 106.82 109 360
JZ29025 L 29 36 16 93.1 95 300 JZ30032 1-1/4" 32 27 47 180.32 184 220
JZ29032 1-1/4" 32 38.5 20 148.96 192 220 JZ30040 1-1/2" 40 28 09 223.44 228 160
JZ29040 1-1/4" 40 41 22 17.7.38 181 150 JZ30050 2 50 32 65 349.86 307 100
JZ29050 2" 50 47 28 293.02 299 80
JZ29065 2-1/2" 65 03 30 512.54 023 64
JZ29080 % 30 58 34 748.72 764 36
JZ290100 4" 100 {2 44 1097.6 1120 28

i S 720 \ s
FIg.291 A FIg.301 S ]
Plain Plug T;.._ Round Caps N NIl
Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
NPS g o Pcs/ctn NPS o o Pcs/ctn
JZ2918 1/4" 3 15.9 10 6 8.82 9 2400 JZ3018 1/4" 8 16 24.5 25 1200
JZ29110 3/8" 10 17 10 / 15.68 16 2200 JZ30110 3/8" 10 17 29.4 30 1200
JZ29119 1/2" 15 22.9 13 10 24.5 25 1400 JZ30115 112" 15 19 47.04 48 700
JZ29120 3/4" 20 24 14 12 36.26 37 300 JZ30120 3/4" 20 22 68.6 70 500
JZ29125 1" 25 27 16.5 15 57.82 59 500 JZ30125 i 25 24 106.82 109 360
JZ29152 1-1/4" 32 30 20 18 103.88 106 300 JZ30132 1-1/4" 32 27 162.68 166 220
JZ29140 1-1/2" 40 31 21 22 140.14 143 200 JZ30140 1-1/2" 40 27.9 203.84 208 160
JZ29150 2" 50 36 29 26 230.3 235 120 JZ30150 2" 50 32 319.48 326 100
JZ29165 2-1/2" 65 40.5 27 30 348.88 356 2 JZ30165 2-1/2" 65 36 432.18 441 60
JZ29180 3 30 45.5 29.5 34 512.54 523 64 JZ30180 S 30 39 610.54 623 38
JZ291100 4" 100 58.5 38 44 978.04 998 36 JZ301100 4" 100 46 1078.98 1101 20
JZ291150 6" 150 65 42 65 JZ301150 6" 150 56
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JIANZHI PIPE FITTINGS
JIANZHI R 1y
=) —
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Fig.321 Fig.329 . ,
g . q g & v G, g Rty ,
) ) - T W, e AR 7/ {/: V// T
Round Flange b Cis” | f I Round Flange SR : —
Without Bolt Hole ,. n .,
Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
NPS g g Pcs/ctn NPS . . Pcs/ctn
JZI32115 NPS 15 4.5 /8 165.62 169 120 JZ32932 1-1/4" 32 24 105 4-18 1431.78 1461 20
JZ32120 3/4" 20 16 S 87 224 .42 229 100 JZ32940 1-1/2" 40 26 115 4-18 1684.62 1719 20
JZI2125 25 18 0.5 o7 300.86 307 60 JZ32950 2" 50 29 129 4-18 2223.62 2269 16
JZ32132 1-1/4" 32 15 6 120 5912.54 023 40 JZ32965 2-1/2" 65 33 145 4-18 3087 3150 12
JZ32140 1-1/2" 40 16 7 130 669.34 683 40 JZ32980 3" 80 34 160 8-18 3543.68 3616 8
JZ32150 2" 50 18 3 140 865.34 883 30 JZ329100 4" 100 39 180 8-18 4154 .22 4239 8
JZ32165 2-1/2" 65 20 9 160 1303.4 1330 16 JZ329150 B’ 150 42 240 8-22 7644 7800 4
JZ32180 3 80 22 10 190 1869.84 1908 12
JZ321100 4" 100 24 11 210 2326.52 2374 10

il I [
= I -

N

Fig.321P Fig.85

Round Flange I {: 1 Crossover 17
with 4 holes
Size Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
NPS g g Pcs/ctn NPS g g Pcs/ctn
JZ321P15 1/2" 15 15 5 67 94.5 4xD14 1431.78 1461 20 JZ8515 1/2" 15 90 184.24 188 150
JZ321P20 3/4" 20 16 5 73 99.5 4xA14 1684.62 1719 20 JZ8520 3/4" 20 104 281.26 287 90
JZ321P25 1" 25 19 6 83 114.3 4xD14 2223.62 2269 16 JZ8525 1" 25 120 436.1 445 50
JZ321P32 1-1/4" 32 21 6 87 119.2 4xA14 3087 3150 12 JZ8532 1-1/4" 32 149 698.74 713 32
JZ321P40 1-1/2" 40 21 T 98 134 4xD14 3543.68 3616 8 JZ8540 1-1/2" 40 160 871.22 889 26
JZ321P50 2" 50 26 8 115 150 4xA18 4154 .22 4239 3 JZ8550 2 50 194 1511.16 1542 12
JZ321P65 2-1/2" 65 30 9 127 164 4xAD18 7644 7800 4
- JZ321P80 3" 80 53 10 146 184 4xA18
JZ321P100 4" 100 39 11 178 214 4xD18
- JZ321P150 6" 150 40 13 235 279 8x18




JIANZHI PIPE FITTINGS
SAFER, NO LEAK'!

) JJANZHI

Fig.310

Backnut

Fig.1221

Banded Side
Outlet Elbow

Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
NPS o o Pcs/ctn g g Pcs/ctn
JZ31015 1/2" 15 9 29 28.42 29 700 JZ122115 12" 19 27 125.4 128 240
JZ31020 3/4" 20 10 36 44 1 45 500 JZ122120 3/4" 20 32 196.0 200 140
JZ31025 | & 25 11 45 75.46 T 400 JZ122125 1" 29 37
JZ31032 1-1/4" 32 11 56 99.96 102 300
JZ31040 1-1/2" 40 12 63 135.24 138 240
JZ31050 2" 50 13 77 205.8 210 160
JZ31065 2-1/2" 65 15 93 298.9 305 60
JZ31080 < 30 18 109 495.88 506 20
JZ310100 4" 100 21 137 341.82 359 40

Fig.471

Wall Elbow

ST AT

Fi1g.SCC

Short Compression Coupling

AN P4 4
_l""-

R P
t ¥

NN,

A -

Unit Weight Packing Unit Weight Packing
Code Black Galv. Carton Code Black Galv. Carton
g g Pcs/ctn NPS g d Pcs/ctn
JZ47115 1/2" 15 28 18 181.3 185 150 JZSCC15 1/2" 19 7l 292.0 298 140
JZ47120 3/4" 20 33 20 259.7 265 100 JZSCC20 3/4" 20 7 370.4 376 120
JZSCC25 29 34 558.6 570 80
JZSCC32 1-1/4" 32 02 1.5 726 40
JZSCC40 1-1/2" 40 o7 818.3 835 32
JZSCCS50 2 50 108 1076.0 1098 20




UL Certificates.




CERTIFICATE OF COMPLIANCE

Certificate Number
Report Reference
Issue Date

Issued to:

This is to certify that
representative samples of

Standard(s) for Safety:

Additional Information:

20161229-MH61984
MH61984-20161228
2016-DECEMBER-29

HEBEI JIANZHI CASTING GROUP LTD

PANGZHUANGZI

SOUTHEAST OF YUTIAN COUNTY
TANGSHAN

HEBEI 064000 CHINA

DRINKING WATER SYSTEM COMPONENTS

Trade Designation - “ELBOW”, “TEE”, “CROSS”,
“CROSSOVER?”, “BEND”, “SOCKET”, “M/F REDUCER”,
“CAP PLUG”, “UNION”, “UNION ELBOW”, “SIDE OUTLET
ELBOW”, “DRINKING ELBOW”

Have been investigated by UL in accordance with the
Standard(s) indicated on this Certificate.

NSF/ANSI Standard 61a - Drinking Water System
Components - Health Effects

See the UL Online Certifications Directory at
www.ul.com/database for additional information

Only those products bearing the UL Certification Mark should be considered as being covered by UL's

Certification and Follow-Up Service.

Look for the UL Certification Mark on the product.

Sy 74

Bruce Mahrenholz, Director North American Certification Program

uLLLC

Any information and documentation involving UL Mark services are

rovided on behalf of UL LLC (UL) or any authorized licensee of UL. For questions, please :

contact a local UL C Service Rep ive at http://ul.com/aboutul/locations/

Page 1 of 1



File MH61984 Vol. 1 Sec. 1 Page 1 Issued: 2016-12-28
and Report

DESCRIPTION

PRODUCT COVERED:

: . Surface Area to
Trade Designation Water Use ; 5
UsSC, CNC Temperature, (°C) valoms Rétlo' (=L} or

Slize Range
“ELBOW 23 1/8”7- &”
WEERE" 23 1/87- 6"
WCROSS"” 23 1/27-4"
“CROSSOVER” 23 12"~ 27
“BEND” 23 3/87-4"
YSOCEET” 23 1/8”7- 6"
“M/F REDUCER” 23 3/8%= 4"
“CAP PLUG” 23 1/4"- 4”
“UNION” 23 1/27- 4"
“UNION ELBOW” 23 1/27- 2"
“SIDE OUTLET ELBOW” 23 1/2"=3 /4"
“DRINKING ELBOW” 23 1/2%~3 /4"

GENERAL:

USC, CNC - Classified in accordance with NSF/ANSI Standard 61 as a
Pipes and Related product

Product (s) are [valve(s), pump(s), coating(s), etc.]
MARKING:

Product marking includes the name of the Classified company name, the trade
designation, water use temperature, and surface area/volume ratio as noted in
the PRODUCT COVERED section.

The marking may be inked or painted onto the container of the product or
printed on a label applied to the product. As an alternative to the
application of the UL Classification Mark onto the container of the product,
a certificate conforming to UL requirements may be utilized.

FACTORY LOCATION:

Hebei Jianzhi Casting Group, Ltd.
Panzhuangzi, Hebe, P.R. of China



Certificate of Compliance

Certificate Number  20080521-EX15298 Page 1 of 2

Report Reference  EX15298, 2008 April 2

jssue Date 2008 May 21 Underwriters
Laboratories Inc..

Hebet Jianzhi Casting Group Ltd

Issued to:

Pangzhuangzi

South East of Yutian County
Tangshan, Hebei 064000
China

This is to certify that — Teg, Elbow 90°, Socket & Nipple
representative samples of 1y sizes from 1/2,3/4, 1, 1-1/4, 1-1/2, 2, 2-1/2, 3 and 4 inches at a rated pressure
of 363 psig (25 Kg/em?®). Please see addendum on Page 2 of 2.

Have been investigated by Underwriters Laboratories Inc.® in
accordance with the Standard(s) indicated on this Certificate.

Standard(s) for Safety:  Standard Specification for Metallic Cast Iron Fittings (threaded to ISO 7-1) ISO
49, Second Edition, 1994 for Water Service.

Additional Information:  Intended for use in water supply piping systems and fire suppression system
piping in accordance with National Fire Protection Association Standards.

These products have not been investigated for use in potable water systems
Only those products bearing the UL Listing Mark should be considered as being covered by UL's Listing and Follow-Up
Service.

The UL Listing Mark generally includes the following elements: the symbol UL in a circle: @ with the word “LISTED”; a
control number (may be alphanumeric) assigned by UL; and the product category name (product identifier) as indicated in the
appropriate UL Directory.

Look for the UL Listing Mark on the product

Issued bY:  Fmeil Sharna Reviewed by: ,flattheww D. Jernenbaum
Sumit Kr Khanna, Asso Project Engineer. Matthew D. Tennenbaum, Staff Engineer
UL India Private Limited, India UL Inc, US

Any information and documentation involving UL mark Services are provided on behalf of Underwriters Laboratories Inc. (UL) or any authorized licensee of UL .



Certificate of Compliance

Addendum to Certificate of Compliance

Certificate Number  20080402-EX15298 : Page 2 of 2
Report Reference ~ EX15298, 2008 April 2 Underwriters
ssue Date 2008 April 2 Laboratories Inc..
Model Fitting Type Size, in. Rated Pressure,
Kg/em?2 (psig)
Al 90° Elbow 12,3/, 1, 1-1/4, 1-1/2,2,2-1/2, 3, 4 25 (363)
Bl Tees 1/2,3/4,1,1-1/4,1-1/2,2,2-1/2,3, 4 25 (363)
M2 Socket 1/2,3/4,1,1-1/4,1-1/2, 2, 2-1/2, 3, 4 25 (363)
N8 Hexagonal Nipple 1/2,3/4, 1, 1-1/4, 1-1/2,2,2-1/2, 3, 4 25 (363)




FM Certificate.




Certificate of Compliance

This certificate is issued for the following:

Non-Gasketed Pipe Fittings for Use with Aboveground Fire Protection Systems

Model 291 Model 241 Model 280

A P P R UVED Malleable Iron Plug Malleable Iron Bushing Malleable Iron Pipe Nipple
Model 240

Model 270

Malleable Iron Straight Coupling Malleable Iron Concentric Reducer

Prepared for: Manufactured at:

Hebei Jianzhi Casting Group Co Ltd

Hebei Jianzhi Casting Group Co Ltd
Pang Zhuang Zi

Pang Zhuang Zi
Southeast of Yutian County Southeast of Yutian County

Tangshan City, Hebei Province 064100 Tangshan City, Hebei Province 064100
China China

FM Approvals Class: 1920 — “Pipe Couplings and Fittings for Aboveground Fire Protection Systems”
Approval Identification: 3058846 Approval Granted: May 5, 2017

To verify the availability of the Approved product, please refer to www.approvalguide.com

Said Approval is subject to satisfactory field performance, continuing Surveillance Audits, and strict conformity to the
constructions as shown in the Approval Guide, an online resource of FM Approvals.

N &, I —
FM Approvals: 7¢

FM Approvals
Member of the FM Global Group TI\IIOSI ngt(;\r/}flgz\,(;‘ézncgs?rnplke
rwood,




Certificate of Compliance

This certificate is issued for the following:

Non-Gasketed Pipe Fittings for Use with Aboveground Fire Protection Systems

Model 90 Model 90R Model 130
Malleable Iron 90° Elbow  Malleable Iron 90° Reducing Elbow Malleable Iron Equal Tee

APPROVED

Malleable Iron Reducing Tee Malleable Iron Equal Cross Malleable Iron Reducing Cross

Prepared for: Manufactured at:

Hebei Jianzhi Casting Group Co Ltd Hebei Jianzhi Casting Group Co Ltd
Pang Zhuang Zi Pang Zhuang Zi
Southeast of Yutian County Southeast of Yutian County

Tangshan City, Hebei Province 064100 Tangshan City, Hebei Province 064100
China China

FM Approvals Class: 1920 — “Pipe Couplings and Fittings for Aboveground Fire Protection Systems”

Approval Identification: 3058846 Approval Granted: May 5, 2017

To verify the availability of the Approved product, please refer to www.approvalguide.com

Said Approval is subject to satisfactory field performance, continuing Surveillance Audits, and strict conformity to the
constructions as shown in the Approval Guide, an online resource of FM Approvals.

<A®. 2 M—

FM A [UVHIS® David B. Fuller
AVP, Manager of Fire Protection

FM Approvals
1151 Boston-Providence Turnpike

Member of the FM Global Group Norwood, MA 02062 USA




ISO Certificates.
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THE INTERNATIONAL CERTIFICATION NETWORK

ERTIFICATE

Hebei Jianzhi Casting Group Ltd.
Certification Add.:Pangzhuangzi, Southeast of Yutian County, Hebei, P.R.China
Post code: 064100
for the following scope:

Design, production and related technical services of malleable cast iron pipe fittings, grooved
couplings and fittings, malleable cast iron water supply liner plastic fittings, suspension
insulator cap

has implemented and maintains a
Quality Management System

which fulfils the requirements of the following standard:

1ISO 9001:2015

Issued on:2020-11-24
Expires on: 2023-11-24

This attestation is directly linked to the IQNet Partner’s original certificate and shall not be used as a stand-alone document

Registration Number: CN-00220026278R4L

- Y S ok
ot CQGM

%, o %

hak

T Alex Stoichitoiu Ji XiaoDong v‘
President of IQNet General Manager of COM

IQNet Partners*:
AENOR Spain AFNOR Certification France APCER Portugal CCC Cyprus CISQ ltaly
CQC China CQM China CQS Czech Republic Cro Cert Croatia DQS Holding GmbH Germany EAGLE Certification Group USA
FCAV Brazil FONDONORMA Venezuela ICONTEC Colombia Inspecta Sertifiointi Oy Finland INTECO Costa Rica
IRAM Argentina JQA Japan KFQ Korea MIRTEC Greece MSZT Hungary Nemko AS Norway NSAI Ireland
NYCE-SIGE México PCBC Poland Quality Austria Austria RR Russia Sll Israel SIQ Slovenia
SIRIM QAS International Malaysia SQS Switzerland SRAC Romania TEST St Petersburg Russia TSE Turkey YUQS Serbia

* The list of IQNet partners is valid at the time of issue of this certificate. Updated information is available under www.ignet-certification.com
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THE INTERNATIONAL CERTIFICATION NETWORK

CERTIFICATE

Hebei Jianzhi Casting Group Ltd.
Certification Add.:Pangzhuangzi, Southeast of Yutian County, Hebei, P.R.China
Post code: 064100
Jor the following scope:

Design, production and related technical services of malleable cast iron pipe fittings, grooved
couplings and fittings, malleable cast iron water supply liner plastic fittings, suspension
insulator cap

has implemented and maintains a
Occupational health and safety Management System

which fulfils the requirements of the following standard:

1ISO 45001:2018

Issued on:2020-11-24
Expires on: 2023-11-24

This attestation is directly linked to the IQNet Partner’s original certificate and shall not be used as a stand-alone document

Registration Number: CN-00220823380R4L

gl et g

*
b

o Alex Stoichitoiu Ji XiaoDong v
President of IQNet General Manager of COM

IQNet Partners*:
AENOR Spain AFNOR Certification France APCER Portugal CCC Cyprus CISQ ltaly
CQC China CQM China CQS Czech Republic Cro Cert Croatia DQS Holding GmbH Germany EAGLE Certification Group USA
FCAV Brazil FONDONORMA Venezuela ICONTEC Colombia Inspecta Sertifiointi Oy Finland INTECO Costa Rica
IRAM Argentina JQA Japan KFQ Korea MIRTEC Greece MSZT Hungary Nemko AS Norway NSAI Ireland
NYCE-SIGE México PCBC Poland Quality Austria Austria RR Russia SlI Israel SIQ Slovenia
SIRIM QAS International Malaysia SQS Switzerland SRAC Romania TEST St Petersburg Russia TSE Turkey YUQS Serbia

* The list of IQNet partners is valid at the time of issue of this certificate. Updated information is available under www.ignet-certification.com
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THE INTERNATIONAL CERTIFICATION NETWORK

CERTIFICATE

Hebei Jianzhi Casting Group Ltd.

Certification Add.:Pangzhuangzi, Southeast of Yutian County, Hebei, P.R.China
Post code:064100

for the following scope:

Design, production and related technical services of malleable cast iron pipe fittings, grooved
couplings and fittings, malleable cast iron water supply liner plastic fittings, suspension
insulator cap

has implemented and maintains a
Environmental Management System

which fulfils the requirements of the following standard:

1ISO 14001:2015

Issued on:2020-11-24
Expires on: 2023-11-24

This attestation is directly linked to the IQNet Partner’s original certificate and shall not be used as a stand-alone document

Registration Number: CN-00220E33762R4L

e/ 1, S
et Alex Stoichitoiu Ji XiaoDong a M
R President of IQNet General Manager of COM

IQNet Partners*:
AENOR Spain AFNOR Certification France APCER Portugal CCC Cyprus CISQ Italy
CQC China CQM China CQS Czech Republic Cro Cert Croatia DQS Holding GmbH Germany EAGLE Certification Group USA
FCAV Brazil FONDONORMA Venezuela ICONTEC Colombia Inspecta Sertifiointi Oy Finland INTECO Costa Rica
IRAM Argentina JQA Japan KFQ Korea MIRTEC Greece MSZT Hungary Nemko AS Norway NSAI Ireland
NYCE-SIGE México PCBC Poland Quality Austria Austria RR Russia SlI Israel SIQ Slovenia
SIRIM QAS International Malaysia SQS Switzerland SRAC Romania TEST St Petersburg Russia TSE Turkey YUQS Serbia

* The list of IQNet partners is valid at the time of issue of this certificate. Updated information is available under www.ignet-certification.com
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Certificate.
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Certificate — Ceptmudomkar —

Certificate of Compliance

No. 0B190606.HJCDW79

Certificate's Hebei Jianzhi Casting Group Co., Ltd.
Holder: Pangzhuangzi, Southeast of Yutian County,
Tangshan City, Hebei Province, China

Certification ECM [ = ®)

o s

Product; Malleable Cast Iron Pipe Fittings

Model(s): 3/8", 1/2",3/4", 1", 1-1/4",1-1/2", 2", 2-1/2",
4.5

Verification to: Standard:

EN 10242:1995+A1:1999+A2:2003

related to CE Directive(s):
R 305/2011 (Regulation for the Markeling of
Construclion Products)

Remark: The products] has been verfled on o voluntary basis. The product{s) satisfies the requirements of
the Cerlification Mark of ECM, in reference o the above listed Standard(s}. The above Complionce Mark
con be affixed on the product(s) accordingly to the ECM regulation about its release ond s use, The
regulation can be lound al www entecarmalil. This Certfificate of Complicnce can be checked for vabaity
at www entecsrma.it

This verification doasn'l imply assessment of the production of the product(s).

Additional information, clarification abouw! the C€ Marking:
we oftest that a 1CF for the C€ Marking process s in place. Whereas the
Manufacturer is Respoansible 1o start the C€ Marking Certification Procedure through
on gppoinied Notified Sody and the perfarm all the necessary aclivilies, os required

by the Directive and accapled by the Nolified Body, belore placing the C€ Mark on
the producti{s).

Date of issue 06 June 2019 Expay date 05 June 2024

Chief Monager
oo

Ente Certificazione Macchine Sri
Via Ca' Bella, 243 - Loc. Castello di Serravalle - 40053 Valsamoggia (BO) - ITALY
® +39051 6705141 2 +39 051 6705156 =2 info@entecarmalll £ www.enlecama.il



Certificagéo
de Produto

CERTIFICADO DE CONFORMIDADE

Conformity Certificate

N° 143.001/12

ABNT concede o Certificado de Conformidade de Produto a empresa:

Hebei Jianzhi Casting Group Co.

Para o(s) produto(s):

Conexao de ferro fundido maleavel com rosca

ABNT NBR NM-ISO 7-1 para tubulagcées

(conforme modelos especificados no anexo)
Produzido(s) na(s) unidade(s) localizada(s) em:

Nanpang Village, Yutian Country, Tangshan City
Hebei / P. R. China e Pangzhuangzi, Southeast of
Yutian City, Hebei - China

Representada por:

Latyn do Brasil Com. de Materiais Sanitarios e Hidraulicos
Ltda.

CNPJ: 07.724.928/0001-68

Rua Alexandre Dumas, 1268, Conjunto 84

Chacara Santo Antonio

Sao Paulo - SP

Atendendo aos requisitos da Norma:

ABNT NBR 6943:2000

E os requisitos do regulamento:

Regulamento de Avaliagdao da Conformidade
Portaria n°® 160 de 09/05/2007

Sistema de Certificagdo: Sistema 5
Primeira concessao: 09/05/2012

Periodo de validade:

09/05/2012 a 09/05/2015
Rio de Janeiro, 18 de maio de 2012

Sergio Pacheco
Gerente de Certificacdo de Produto

Este certificado esta sujeito ao continuo atendimento ao Procedimento Geral para Avaliacdo da Conformidade, ao Procedimento
Especifico da Marca de Conformidade ABNT, aos Requisitos da Portaria, bem como aos requisitos da Norma acima, sendo
vélido somente em original e com o timbre da ABNT em alto-relevo seco, assinado pelo Gerente de Certificagdo de Produto. Sua
validade pode ser confirmada no seguinte endereco eletrénico: www.abnt.org.br

(CNPJ: 33.402.892/0001-06 — Tel.: (21) 3974-2300 / Fax: (21) 3974-2315)

www.abnt.org.br
ABNT Associacao Brasileira de Normas Técnicas

Av. Treze de Maio, 13 - 28° andar Rio de Janeiro RJ - Brasil
Rua Minas Gerais, 190 - Higienopolis S@o Paulo SP - Brasil
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(LSPro MIDC)
SERTIFIKAT PRODUK PENGGLINAAN TANDA SNI
SN KARKINES PRODLCT CERTFICATE
No : DOL/DIZ/OLI3/1/ 2014
Diterikan tepada / fosverd zn
Pecusahaan / Campany - HEIBEI JIANZHI CASTING GROUP CO., LTD
Namat / Address . Yutian District, Heibei Province. Pang Zuangzhi Southeast. Chena
Lokasi pabrk /factory bcation VMWQ@MMaMMSWMLM
mporte : nmm
Namat ;vmnﬂummsmmmnmm
Nswar N1 /5N Ao Q{X N Q
: \go Berull D Bes: Cor Mllesbel Hiterh

Komoditi / Commasity

Bandeng, 08 Januari 204
Ketua Dewan Pengarah LSPro MIDC
wdmwmmmw

Masa berlaks Sertifikut / Cartificate Vabidity
Tanggal Terdaitar / Ropsterad fate - 09 Janwari 201
Tanggal Kadsuwarsa / Egratian fate < 09 Januari 2018

X Sangkuriang No. 17 Bandung 40135 Jaws Barat - Indanesia
Telp. (072) 2503, Fax. (022) 2503978
Email : lspro_midc@yshon coid
Website - www bbim go o
F-02-00/10



IND-OPS-05-10

Inspection Certificate (EN 10204-3.2) Inspection No.: IN-TJ-5805-16081
Certificate No.: IN-TJ-5805-16081
Customer: Jainsons malleables Order No.:  JAIN160924
Address: B-3, Sports & Surgical Complex, Date: 09/10/2016
Kapurthala Road Jalandhar—144021
INDIA
Supplier: Hebei Jianzhi Casting Group Ltd L/C No.: C/D/MC17555
Address: Pangzhuangzi, Southeast of Yutian Date: 160629
City, Hebei Province, China
Article: Black banded malleable iron pipe fittings as per BS 143
Technical specification/Requirements: BS 143&1256:2000 & BS EN 10226-2:2005
Material Grade: EN-GJMB-300-6 According to: BS EN 1562 Edition:1997
State of Delivery:  Annealed Melting Process: Electric furnace
Typical Marking: N/A Brand of the manufacture: N/A
Inspector’s stamp: TJO814
Extent of material delivery:
Item No. N“‘.“ber & Article Batch No. i
pieces (Test No.)
1 292,300 301 End Caps Screwed BS MI 1/2” 3-1~3-5 3T-1~3T-5
2 52,000 180 Crosshead Female 3/4” ' 3-6~3-9 3C-1~3C-4
3 32,500 130R Tees, reducing 3/4”x1/2” 3-10~3-11 3B-1~3B-2
4 56,000 90 Elbows 17 3-12~3-15 3A-1~3A-4
5 465,400 290 Beaded plugs 3/4” Min Thread16.3mm 3-16~3-24 3T-6~3T-14
6 7,600 290 Beaded plugs 1” Min Thread 19.1mm 3-25 3T-15
7 48,750 270 Part thread sockets 3/4” 3-26~3-27 3M-1~3M-2
8 25,520 240 Sockets, reducing 3/47x1/2” - 3-28 3M-3
9 380 343 MF Unions, Conical ’{oint Bra.ss to Iron 3.29 3U-1
R seat 1/2
10 270 343 MF Unions, C::;tcgl”Joint Brass to Iron 3.29 3U-1
11 144,000 90R Elbows, reducing 1/2"x3/8” 3-30~3-32 3A-5~3A-V ™\
Additional remarks:* _
The requirements are fulfilled as per annex: Certifi
Location and Date: In Yutian County, Hebei Province, China On Dec.5~9 & 1
Annex: test results, other annex Inspegidn (Ray

Disclaimer

This document is issued by the.Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_cOngifia
to the limitation of liability, indemnification and jurisdiction issues defined therein.
Any other holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the Tmits of Client’s
instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law.

[V: 04, Nov.11st, 2014] ' Page 1 of 5




IND-OPS-05-10

Inspection Certificate (EN 10204-3.2) Inspection No.: IN-TJ-5805-16081
Certificate No.: IN-TJ-5805-16081

Test results: The tests of mechanical properties were as per BS EN 1562: 1997, and the results complied with the
requirements of BS EN 1562: 1997.

Annex: For IN-TJ-5805-16081

Mechanical tests
Test type:
Specimen type: Round bar
State of delivery: Annealed
A =Energy of impact [ J ]
' . ' Red. | B=Impact strength [ Jem? ]
Test No. Dmlx. of Specimen Test | Yield Tensile Elqnga of C =Cryst. Ptroporuon [ ‘7; ]
specimen temp. | strength | strength -tion e D= ExpanS}on [ mm.10* ]
E = Expansion [ % ]
. F = Hardness [HB]
19} Thick . Rp R, A% | z Values
(mm) | (mm) €| oPa) | (MPa) | Lo=36 | %) P I P B
3T-1 12.42 / 20 / 410 10.6 / | FJ 114
3T-2 12.44 / 20 / 405 9.8 7| B 215
3T-3 12.38 i/ 20 / 380 10.3 / [ E| 115
3T-4 12.34 / 20 / 410 10.1 / |F]| 116
3T-5 12.40 /i 20 / 375 9.7 / | E| 116
3C-1 12.40 / 20 / 420 8.3 L A[RE 423
3C-2 12.34 / 20 / 440 10.1 [ | E| 127
3C-3 12.16 20 / 445 9.6 120
3C4 12.42 20 /i 410 9.0 ' 124
3B-1 12.42 / 20 /i 415 9.6 [ |[.E| 122
3B-2 12.18 425 8.7 - 123
3A-1 12.36 / 20 / 375 10.8 [ |F| 119
3A-2 12.42 /f 20 / 405 11.3 { [E| 117
3A-3 12.38 / 20 / 410 10.8 I | Bl 120
3A-4 12.40 395 10.2 122
3T-6 | 12.36 / 20 / 390 10.9 / [F| 119
3T-7 12.26 / 20 / 435 8.7 / |F| 119
3T-8 12.42 / 20 / 395 8.4 / |E| 119
3T-9 12.40 / 20 / 375 8.8 / |F| 118
3T-10 12.44 / 20 / 370 8.7 / |F]| 118
3T-11 12.46 / 20 / 375 | 89 / [F| 119
3T-12 | 1240 | / 20 / 370 | 8.7 I |'B| 119
3T-13 12.42 / 20 / 370 8.7 PR (3 o (B
3T-14 12.44 / 20 / 370 8.9 78] 8 0 I i
3T-15 12.36 / 20 / 420 9.7 I | E| 122
3M-1 1242 | >/ 20 / 405 9.1 £ PE118
3M-2 12.44 / 20 / 425 8.9 [ [PE] 127
3M-3 12.26 445 8.7 : 120
3U-1 12.40 / 20 / 430 11.5 /- 'E | 123
3A-5 12.44 / 20 / 420 8.9 /B 123
Disclaimer

to the limitation of liability, indemnification and jurisdiction issues defined therein.

Any other holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intef§
instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a transactio
under the transaction doc Any horized alteration, forgery or falsification of the content or appearance of this docume;
to the fullest extent of the law.

[V: 01, Nov.11st, 2014]




Inspection Certificate (EN 10204-3.2)

IND-OPS-05-10

Inspection No.: IN-TJ-5805-16081
Certificate No.: IN-TJ-5805-16081

3A-6 12.36 / 20 / 440 9.1 / | F| 128
3A-7 12.40 / 20 / 420 8.9 [ B 127
-Blank-
Dimension Inspection randomly
Size L (mm) A (mm)
Req. value 19+1.5 -
1EndC d B o
e et Act. value 19.5-20.1 it
s Req. value 66+2.5 --
180 Crosshead Female 3/4 T T 65.0-65.7 m
' Req. value 60+2.5 3142.0
130R Tees, reducing 3/4”x1/2”
Act. value 58.8~59.2 30.7~31.2
Req. value 38+2.0 --
90 Elbows 17 »
Act. value 38.0~38.7 --
290 Beaded plugs 3/4” Min Thread Req. value Min 16.6 il
16.6mm Act. value 16.9~17.5 o
290 Beaded plugs 1” Min Thread Req. value Min 19.5 i
19.5mm Act. value 20.6~21.2 a
Req. value 39+2.0 --
270 Part thread sockets 3/4” .
Act. value . 38.6~39.4 -
Req. value 39+2.0 -
240 Sockets, reducing 3/47x1/2”
Act. value 38.7~39.2 --
343 MF Unions, Conical Joint Brass to Req. value 662.5 =
Iron seat 1/2” Act. value 64.5~66.5 4
343 MF Unions, Conical Joint Brass to Req. value 106+3.5 il
Iron seat 2” Act. value 106.2~108.2 2
i Req. value ' 26+2.0 --
90R Elbows, reducing 1/2”x3/8”
Act. value 26.3~27.2 -
Disclaimer

[V: 0%, Nov.11st, 2014]

to the fullest extent of the law.




IND-OPS-05-10

Inspection Certificate (EN 10204-3.2) Inspection No.: IN-TJ-5805-16081
Certificate No.: IN-TJ-5805-16081
Thread Inspection randomly
Size Plug gauge Ring gauge
Req. val T thread -
301 End Caps Screwed BS MI 1/2” i Bl o il
Act. value Acceptable --
180 Crosshead Female 3/4” o fapef g -
Act. value Acceptable --
Req. value Taper thread --
130R Tees, reducing 3/4”’x1/2”
Act. value Acceptable --
Req. value Taper thread --
90 Elbows 1”
. Act. value Acceptable --
290 Beaded plugs 3/4” Min Thread Req. value s Taper thread
16.6mm Act. value - Acceptable
290 Beaded plugs 1” Min Thread Req. value gy Taper thread
19.5mm Act. value - Acceptable
Req. value Taper thread -
270 Part thread sockets 3/4”
Act. value Acceptable --
) Req. value Taper thread --
240 Sockets, reducing 3/4°x1/2”
Act. value Acceptable --
343 MF Unions, Conical Joint Brass to Req. value ’ i Taper thread
Iron seat 1/2” Act. value - Acceptable
343 MF Unions, Conical Joint Brass to Req. value = Taper thread
Iron seat 27 Act. value - Acceptable
‘ Req. value Taper thread --
90R Elbows, reducing 1/2x3/8”
Act. value Acceptable --
Witness leak tightness test randomly as per BS 143&1256:2000 -
Size Sampled Qty Test pressure (Mpa) Duration (s)
301 End Caps Screwed BS MI 29.230 Req. value >0.5 >15
1727 i Act. value - 0.6 15
: Req. value . >0.5 >15
180 Crosshead Female 3/4 5,200 Nei vl 06 15

Disclaimer

This document is issued by the Company under its General Conditions of Service accessible at hitp://www.sgs.com/te!

to the limitation of liability, indemnification and jurisdiction issues defined therg

Any other holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its §

instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transactifif {fpf

under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this docu
to the fullest extent of the law.

[V: 01, Nov.11st, 2014]




IND-OPS-05-10

Inspection Certificate (EN 10204-3.2) Inspection No.: IN-TJ-5805-16081
Certificate No.: IN-TJ-5805-16081
, Req. value >0.5 >15
130R Tees, reducing 3/4”x1/2” 3,250
Act. value 0.6 15
Req. value >0.5 >15
90 Elbows 17 5,600
Act. value 0.6 15
290 Beaded plugs 3/4” Min 46540 Req. value 20.5 215
Thread 16.6mm ' Act. value 0.6 15
290 Beaded plugs 1” Min Thread 760 Req. value 20.5 215
19.5mm Act. value 0.6 15
Req. value >0.5 >15
270 Part thread sockets 3/4” 4,875
Act. value 0.6 15
. Req. value >0.5 >15
240 Sockets, reducing 3/4”x1/2” 2,552
Act. value 0.6 15
343 MF Unions, Conical Joint Req. value 205 215
» 38
Brass to Iron seat 1/2 Act. value 0.6 15
343 MF Unions, Conical Joint 57 Req. value 205 215
Brass to Iron seat 27 Act. value 0.6 15
Req. value >0.5 >15
90R Elbows, reducing 1/2”x3/8” 14,400
Act. value 0.6 wilES
Note: During the test, no visible leakage, any other sign of failure was found; the result of leak tightness test was
acceptable.

Disclaimer

This document is issued by the.«Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm. Attention is drawn
to the limitation of liability, indemnification and jurisdiction issues defined therein.
Any other holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s
instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law.

[V: 04, Nov.11st, 2014] i Page 5 of 5




Environmental Management
Systems Certificate

Certificate Number: Q0220E33762R4L

CQM hereby certifies that
Hebei Jianzhi Casting Group Litd.

Lnited Social Crodit Code:RHII022010F (982444
[Yamicile Panprhunngi, Southesst of Yurian County, Hebei, PR China

Centiflestion Add.-Pa u_.zl RN Southeast of Yutmn Comly, Hebel, PRL feimai (631 00)

has implemented and maintains a Environmental Management System which
fulfils the requirements of the following standards

GB/T 24001-2016/1SO 14001:2015
Environmental management systems-
Requirements with guidance for use

This certificate is valid to the following product{s)/service:
Design, production and related technical services of malleable cast iron pipe fiings. grooved

couplings and fittings, malleable cast iron water supply liner plastic fittings, suspension insilator

cap

Issued on: 2020-11-24

Effective date; 2020-11-24

Validity Date: 2023-11-24
Registration Number: CQM-99-2002-0062-0002

The validity of the corificate can be checkod on wew,enca gov.en, Certifican Confirmution s COM webstie

FRILA

HETik

EREE

MAMAGEMENT SYSTEM
CHAS CO02-M

GB/T 24001

CHINA QUALITY MARK CERTIFICATION GROUP

Address: Mo, Zengguang Road, Haidan Desired, Baijing, 100048 PR, China
http://www.cgm.com.cn




COM e & parines al:

Quality Management Systems
Certificate

Certificate Number: 00220026278R 4L

CQM hereby certifies that
Hebei Jianzhi Casting Group Lid.

[Inited Social Credit Codisr 9113029105 1 P82 41A
Draendeile: Pang Anianged, Southeast of Yatian Comnty, Hebal, R China
Certification Add. Panghuang Southeast ol Yutian County, Hebei, PR Chigal 064 [00)
has implemented and maintains a Quality Management System which fulfils the
requirements of the following standards

GB/T 19001-2016/1S0 9001:2015
Quality management systems--—-Requirements

This certificate is valid to the following product(s)/service:

Design, production and related technical services of malleable cast iron pipe fittings, grooved
couplings and fittings, mallesble cast iron water supply liner plastic fittings, suspension insulator

cap

Issued on: 2020-11-24

Effective date: 2020-11-24

Validity date: 2023-11-24
Registration Number: CQM-99-2002-0062-0001

The validity of the comificate can be checked on wawieniea gov.en, Certiffoare Confirmation 2nd COM wobs

o [ L E]

ElEREA

HAEE

MANAGEMENT SYSTEM
CNAS CO02-M

GB/T 18001

CHINA QUALITY MARK CERTIFICATION GROUP

Address; Mo 33, Zengguang Road, Haidian Districl, Bapng, 100048, PR China
hitp:fwww.cqm.com.cn



Occupational Health and Safety

Management Systems Certificate

Certificate Number: 002208235380R4L

CQM hereby certifies that
Hebei Jianzhi Casting Group Lid.

Umited Socinl Cradin Codos91 1302291051 952444
']n:'f-.':I:'F'.'-.n:'_:-'-.l'..1r5lr: Southeast of Yetian Coorty, Hebet, P.R.China

Certification Add. Pangelmangs, Soathezs of Yatian County, Hebel, PR Clrinal 064100

has implemented and maintains a Occupational Health and Safety Management
System which fulfils the requirements of the following standards

GB/T 45001-2020/1SO 45001:2018
Occupational health and safety management
systems -- Requirements with guidance for use

This certificate is valid to the following product(s)/service:

Diesign, production and related technical services of malleable cast iron pipe fittings, grooved
couplings and fittings, malleable cast iron water supply liner plastic fittings, suspension insulator
cap

Issued on: 2020-11-24
Effective date: 2020-11-24
Validity date: 2023-11-24
Registration Number; COM-99-2002-0062-0003

. : HEr = oy e
The validity of the cemificate con e checked on www.enca goven, Cerifiedn ConfTrmation and COM websits

'5 i ] ontf
(Jixel2

COs is & pariner of: A s =1k 7T
¥ £
" Ne (R) CNAS B, .

CNAS CO02-M

GBIT 45001

CHINA QUALITY MARK CERTIFICATION GROUP

Adoregs; No.33, Zengguang Road, Hakian Disrict. Belng. 100048 F:R. China
hitp:/fwww.cqgm.com.cn




Certificate of
Origin.




ORIGINAL

1. Exporter
JIANZHI INTERNATIONAL
TRADE (TIANJIN) CO LTD
RM 1512 FINANCIAL STREET
CENTER BUILDING
NO 65 DAGUBEI RUAD HEPING DISTRICT TIANJIN CHINA

2. Consignee

AZEIDK FOR SAFETY
JEDDAH OLD MAKKAH ROAD
KILO 5 NEAR I1SUZU CO
SAUDI ARABIA

Serial No
Certificate No

CCPITD40 220025959
22C1200C3982/00003

CERTIFICATE OF ORIGIN
Aceoriga Crambe  CN130OWIY

3. Means of transport and route
FROM XINGANG TIANJIN CHINA TO JEDDAH SAUDI ARABIA BY SEA

4. Country / region of destination
SAUDI ARABIA

5. For certitying authority use only

CHINA COUNCIL FOR THE
PROMOTION OF INTERNATIONAL
TRADE IS CHINA CHAMBER O
INTERNATIONAL COMMERCE

VERIFY URL HTTP //CHECK CCPITECO NET

= =
6. Marks ana numbers 7 Number and kind of packages; description of goods 8 H.S.Code | 9 Quantity 10 Number
I ana gate ot
| G WEIGHT nNVoIcEs
[
N/M TWO THOUSAND TWO HUNDRED AND SEVENTY FOUR (22 73071900 56067 09KGS lel: LuSASH 8 T
C O0S 202
74) CARTONS OF MALLEABLE IRON PIPE FITTINGS
11. Declaration by the exporter 12. Certification

The undersigned hereby declares that the above details and statements
are correct. that all the goods were produced in China and that they comply
with the Rules ot Ongin plée=S==sg's Republic of China.

le and date signature and stamp of authorized signatory

It is hereby certified that the declaration by the exporter s correct.

ADDRE 5S NONa_JIEFANG 50l TH Bl
DISTRICT TiANJIT TCODE SU0202-
FAX 022-23120956 ——_1EL Do

TIANJIN CHINA- AR

Place and date, signature and stamp of certifying autnunly

page 10of 1




Manufacturer
Authorization Letter.




it HFEREAFTRA A
“Hebei Jian zhi Casting Group Co., Ltd.

B &/ Tel:: 0086-315-6509922 {53 /Fax: 0086-315-6506256 EE4R/Zip: 064100
il HAE.EREHEREET Address: Tangshan,Hebei Website:Http://www.jianzhi-fitting.com

Manufacturer’s Authorization

Date: 01*' of Jan, 2022
Alternative No.: No

To: AZEIDK FOR SAFETY
JEDDAH OLD MAKKAH ROAD KILO 5 NEAR ISUZU CO.
SAUDI ARABIA

WHEREAS

We [HEBEI JIANZHI CASTING GROUP CO.,LTD], who are official manufacturers of Black
fittings, Galvanized fittings and Grooved fittings, having factories at [Pangzhuangzi
Southeast of Yutian, Tangshan City ,Hebei Province,064100,China.], do hereby authorize
“AZEIDK FOR SAFETY”  to submit a Bid the purpose of which is to provide the following
Goods, manufactured by us Black fittings, Galvanized fittings and Grooved fittings, etc, and
to subsequently negotiate and sign the Contract.

We hereby extend our full guarantee and warranty in accordance with Clause 28 of the General Conditions
of Contract, with respect to the Goods offered by the above firm.

We confirm that we do not engage or employ forced labor or persons subject to trafficking or child labor,
in accordance with Clause 14 of the General Conditions of Contract.

Signed:

Name: Hawg

Title: Sales DirlcH

Dated on 1st day of Jan, 2022



Previous Approvals.




OWNER

CONSULTANT

CONTRACTOR

Ao Lecadt Slasn3illg @aLial) Adlall Wila
HAND INTERNATIONAL HOTELS & RESORTS

rZ\ 1
J L

erbiea dylal - cals] - paoni =

1
me

‘ Azeidk

lagjl aa b

Loluuliopanll

PROJECT NAME: Platinum Park

LOCATION: Taif

MATERIAL SUBMITTAL / APPROV

AL SHEET

NEW SUBMITTAL

DRE-SUBMITI‘AL

SUBMITTAL DATE: 18/03/2023

SUBMITTAL NO.: MS-Mech-FF-14

REV.: 00

PURPOSE OF SUBMITTAL FOR APPROVAL [] rorcommenrs [ ] roriNFormaTiON
MECHANICAL Firefighting D civiL D ELECTRICAL
DISCIPLINE: =
|:| H.V.A.C. D PLUMBING I:] OTHERS specify: Fire Fighting
MATERIAL NAME: Firefighting Threaded Fittings ORIGIN: China
BOQ. REFERENCE: MANUFACTURER/SUPPLIER: Jianzhi
SPECS. REF.: SUPPLIER:
DRAWING REF.: MATERIAL DELIVERY PERIOD: Stock
LOCATION: Taif MATERIAL REQUIRED AT SITE:
QUANTITY: SAMPLE ATTACHMENT:
B.S. REFERENCE: CERTIFICATE ATTACHMENT:
WARRANTY FROM THE MANUFACTURER / SUPPLIER:
CONTRACTORS REMARKS (if any:)
CONSULTANTS COMMENTS:
CONTRACTOR CONSULTANT
NAME: Mohamed Rabea NAME:
POSITION: Mechanical Engineer POSITION: Consultant Engineer
SIGNATURE: SIGNATURE:
DATE: 12/03/2023 DATE:

APPROVAL STATUS: ‘ MATERIAL APPROVED APPROVED WITH COMMENTS MATERIAI. REJECTED
RECEIVED BY: SIGNATURE: M RECEIVED BY: SIGNATURE:
(CONSULTANT) DATE: 5 L n! (CONTRACTOR) DATE:




OWNER

CONSULTANT

CONTRACTOR

Losoll Ll

\ Al BINA'A Al MUAMMAR

N\

Gagji 44 b

oMl 6janl

PROJECT NAME: Rusd Towers LOCATION:  JEDDAH
MATERIAL SUBMITTAL / APPROVAL SHEET
|:|NEW SUBMITTAL RE-SUBMITTAL | SUBMITTAL DATE: 27/02/2023 | SUBMITTALNO.: MS-Mech-13  REV.:01
PURPOSE OF SUBMITTAL |:| FOR APPROVAL |:| FOR COMMENTS |:| FOR INFORMATION

DISCIPLINE:

|:| ELECTRICAL

Specify: Firefighting

MATERIAL NAME:

Firefighting Threaded Fittings, UL/FM

ORIGIN:

BOQ. REFERENCE: MANUFACTURER/SUPPLIER: Janzhi
SPECS. REF.: SUPPLIER:

DRAWING REF.: MATERIAL DELIVERY PERIOD: Stock
LOCATION: JEDDAH MATERIAL REQUIRED AT SITE: Rusd Towers
QUANTITY: SAMPLE ATTACHMENT:

B. S. REFERENCE: CERTIFICATE ATTACHMENT:

WARRANTY FROM THE MANUFACTURER / SUPPLIER:

CONTRACTORS REMARKS (if any:)

CONSULTANTS COMMENTS:

Installation must be according to NFPA requirements.

CONTRACTOR CONSULTANT
NAME: Mohamed Rabea NAME: Mohamed Akar
POSITION: Mechanical Engineer POSITION: Consultant Engineer
O
SIGNATURE: SIGNATURE:
DATE: 20/02/2023 DATE:  01/03/2023
APPROVAL STATUS: MATERIAL APPROVED @APPROVED WITH COMMENTS MATERIAL REJECTED
N\
RECEIVED BY: SIGNATURE: RECEIVED BY: SIGNATURE:
(CONSULTANT) pATE:  01/03/2023 (CONTRACTOR) DATE:




Juilgn 252

Material .~
MAWANI =§% Submitea \a
uu gL 1l aaldl alla

SAUDI PORTS AUTHORITY s n E c ey 5 grppatid] Sland e Gagjl as

Ao\l 6j anl

JERAISY COMPUTER & COMM. SERVICES

OWNER : MAWANI Saudi Ports Authority

CONSULTANT : Document No. : MS-Mech-F.F-02
CONTRACTOR ¢ Azeidk Co. for Safety Date ¢ 06/05/2022
PROJECT : Port Pr()ject Project No.

LOCATION ¢ Jedah

Project Danube Online Auto store Submittal No. MS-Mech-F.F-02 Ref. Spec’s

Ref. Dwg. Date 06/06/2023

Description:
Firefighting Thteaded Fittings UL/FM - Jianzhi

B Catalogue L Drawing L1 Sample B Certificate LI Others

Having Checked this submittal, we certify it conforms to the requirements
Of the contract Documents in all respects, except as otherwise indicated herein

Contractor: Azeidk Co. for Safety Signature: ............................ Date: 06/06/2023

ACTION

L Approved

Approved As Noted

L1 Approved As Noted / Resubmittal Required
L] Not Approved

Remarks/Comments

Profession Name Signature Review Date
Site Manager Abdelrahman Odtallah _ _ 7/6/2023
A—
Civil/Structural Engineer C

Electrical Engineer

Mechanical Engineer
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CONSULTANT

D MECHANICAL D Fireﬂghﬂng I:I cviL

OWNER CONTRACTOR
G233 ol jelynll \‘S
Avabian Ceneres i B l L N .
NOZUILD | :
\ I CONS UL’ - I
PROJECT NAME: DANUBE - JEDDAH PARK LOCATION:  JEDDAH
MATERIAL SUBMITTAL / APPROVAL SHEET
Duew SUBMITTAL ,:IRE-SUBMITI'AL SUBMITTAL DATE: 22/3/2022 | SUBMITTALNO.: MS-MECH-04  REV.: 00
PURPOSE OF SUBMITTAL |:| FOR APPROVAL |:| FOR COMMENTS |:| FOR INFORMATION

DISCIPLINE:
[] nvac [] rumenc [] omes.. Specity: FireFighting
MATERIAL NAME: | flreﬁghtlng Pipe Threaded Fitting { Melleable ORIGIN:
et | row (UI/FM) o 8 1 E Wi SRS LA AT
BOQ. REFERENCE: | MANUFACTURER/SUPPLIER: f Jianzhi
 SPECS. REF: : | SUPPLEER: 5
DRAWlNG REF.: T T e e Stock
LOCATION i JEDDAH MATERIAL REQUIRED AT SITE: ! Danube Jeddah PARK
| QUANTTY: = I SAMPLE ATTACHMENT: S
B.S. REFERENCE: | : CERTIFICATE ATTACHMENT:

WARRANTY FROM THE MANUFACTURER / SUPPLIER:

CONTRACTORS REMARKS (if any:)

CONSULTANTS COMMENTS:

PEPRavED FIREFIGHTING PIPE THREAD FITTING U _|FM

MELLEAPBLE TPonN RS BFL. CATAL » GIvE.

T RN

INSTALLATION SiHel LD BB A< PER NFDA Qope

CONSULTANT. s
LT ST e St | ] e OO e e
POSITION: Consultant Erlglneer I i
| seNawRE 7 ’ | T
DATE: ; {
mMATERIAL APPROVED EA?PROVED WITH COMMENTS @MATERIAL REJECTED
RECEIVED BY: SIGNATURE: MOH’* DBY: SIGNATURE:
(CONSULTANT) oy | (CONTRACTOR) B RS IR, e

DATE: P
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United Arab Emirates
Ministry of Interior

DCD General Directorate

Tel.: 009714 2611111
Fax : 009714 2612449
P.O. Box 11377 Dubai
United Arab Emirates

6ylg—tall

Emergency

www.dcd.gov.ae

K107 o il 4
b sl w:2:019 U
(A1-11)  pmsdd il 200

]

ks S ) Sinall ol
52:.:‘ g Lo 2l oo
' Fittings, srooved and Plain End
Fittings. Cast [ron. Ductile Iron, Malleable Iron and
" Bronze
¢ Model: TEE
HHXX Size (in.):1/2, 374, 1, 1-1/4, 1-1/2, 2, 2-1/2,3,4
CHINA oy «  Model: ELBOW 9(°
| Size (in.): 172, 3/4.1.1-1/4, 1-1/2,2,2-1/2,3, 4
| e  Model: SOCKET

| Size (in):1/2.3/4, 1, 1-1/4,1-1/2.2,2-1/2, 3,4
., s  Model: NIPPLE
[ Size (in):1/2, 3/4, 1, 1-1/4, 1-1/2, 2, 2-1/2, 5,4
% Rated Pressure: 363 psig

|
Lﬂ_-‘f;ﬁté.gv.iu;m;;émausﬁzﬁauui2(3172;“:{213,,&)JJ;@Q.J_:“},x;stﬁi;:»:.aa.kﬁuysuu@w&sxyu;qij-ufmsa\.f.?sum;umé_g;uwsf?,sﬂ‘& 4l
~ S-'uﬁ&NL&W013Lh}\&1))ﬂ!&§§iuﬁjyuqi_ﬁ;t\}&ﬂ&‘i!&l,@?fﬁl{jﬁ:ﬁllﬂj}qﬂ&ﬁ?f-20]3@(503)?3‘}
- : 18 Aad [ ddmenall g L 55 21yl Cilsmall Aibiay a2 S50 B 4D
108 o deall b 1 AR S B G gl gD Bl (B 2 inall pliall Laiad 3 WIS 43
; ;__1313,-\:\;\@;uJ:L;:xizmﬂ!awgmwtg,.uaﬁu.@i;..:e;sﬁew:-@wlp&;n;_,.s.n‘_;ﬁsm.m«:.,ﬂ! P )
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United Arab Emirates Buadalt L yadl &l le¥) A gu

Ministry of Interior Llaldi syl

General Directorate of Civil Defense (giall pliall Qotalt BuLalll

General Department of Civil Defense - Sharjah Bl - sall pliall datadf 3yl

ppd Bayall AadlSe o - Wla¥) 33l 3 jladl galdll 3,k : Sliiall (5 ,tadll aclf)  2013-3-59668 : aus jill o,

Agent Manufacturer (J 2019 : yaws il 2w
2: jauslallsas
02/10,2020 Expiry date of theAgent : K107 Licence No. of theAgent : La,Ld alad g 5y gl (43lS0 g cihias B,ladd (did b Jila Name of theAgent
sleall ,uisnall gl e o g3l eyl . ; " g 5
7 Balgul B 2ot sutg 3, s j"’ Uls gil a3 aall ot nall als (Soadll puadt PUALIN/ o] galt/ Busall pact ¢
UNDERI\jAII‘ierERS HEBEI JIANZHI Automatic sprinklers / hoses / point
HHXXEX15298| 30,07,2020 18118 CASTING China JIANZHI water supply / water systems : Metal
LA GROUP LTD connections
INC. USA : 4
: Jadgall oy
Tee, Elbow 90 degree . Socket. Nipple|
UL. WEIFANG
Automatic sprinklers ; hoses / point
UNDERWRITERS YINUO
LABORATORIES VIZAEX26415| 11,09,2020 17762 CASTING CO.. China INUO water suppl)(r: (;I\l)\lrlaetcetri :I);Etems : Metal .
INC. USA LTD
3 Jadgall 3
XGQT6 XGQT7XGQT8XGQATIXGQT 12XGQT 13XGQAT 13SXGQT 14 XGQT 15XGQAT 155 XGQT 16 XGQT 16S XGQT 17 XGQT 18 XGQT20

U_n..\a.!l&lﬂ.\ﬂul.a.\;ﬁ\h.udlw ‘92012 Ll (24) ?SJLSJJ&HQ‘JMJ[)SWH K] Woon hﬂsshaljaho‘)l.al"sdhluu u,lfud;..,Shaljah u.udl&MlahJ|o_,lJY|Jasu.auanA&J3d|J.uu 1
oJL4|JS.|UcLa.\;Y|u|JRALQ.HubinJ.\sua&J’AQA.nJJC‘ﬁ.nwlauylubl.a‘_ﬂushdsuh‘au|u3|fdmy‘, 2017@(213)93‘)44&&‘3“% ala e
u_l..\A.“ tls..\.\.! Lolaldt aJlJYIJnsJAJJL‘AJI ‘)a.nj.dlu.i u.l.u.dluhh.mdjd.ua.q ‘,l‘,.u:.n dbuj u‘"“"" CLM.U daladl o_)LlYl &Ll 2

Ladall g (pe¥) Baiad B alladl Jgu Juddl (ye Busiall daa palf o jLei) A gu 93 o Ly,

https://cdservicesmoigov.ae//index/certificate-inquiry =" 29k 22 b o SBll. 855 S gliad ¥ Raac,) 85 Sulead “‘”.;lm‘

3/4



i ] B 3t 7 S B I A PR A H

AVIC INTERNATIONAL REAL ESTATE (KENYA) LIMITED

R WA R A e 5%

Materials and components inspection and acceptance record form

Pr:()%ziiz\ne Nailf)f iiﬁ%ﬁi&ter 45 No: GTC-CSCEC-1-SM-IR-0007
N FEBH B RITAF
Applijifnﬁéfmpany %i@&égﬁgg (C)l(\)]}S{E({II(JJSIE;?g A H A Date 2019.07.12
LIMITED
ket —— | o AT H Check Item .
e e o | 2 e [ B e | af | o
IRON Unit Factory l__(“ tg o e
1 - ;e; Eﬁ DN65 T E—
2 . ;Z . DN65*50 16 PC AN ZE1
3 . sz . DNG65*40 80 PC AN ZHL
4 . VT:; . DN65*32 80 PC ——
5 o sz s DN65%25 400 | PC AN ZH1
5 - ’}\]’z o DN50 200 [ PC |
7 - Vng . DN50%50%65 | 40 PC AN 2
8 - ;Zez . DN50%40 24 PC AN 7
*
9 - ;e; . DN50%32 150 | PC S
10 . %Z . DN350%32*40 5 PC S
1 s I;geéz . DN50%40%32 5 PC AN 2
12 o VT\JZ . DN50%32%32 8 PC AN 21
¥
13 . V]\;Z . DN50%25 1500 | PC HAN ZH1
14 s éz . DN40 20 [ PC |
15 e ;Z o DN40*40%50 | 40 PC HAN 701
16 st ;z o DN40%32 42 PC .
ES
17 - ;Z . DN40#25 3486 | PC B —-
18 - Pge; . DN40%25%32 8 PC AN 71T
19 - ;;Z . DN32 80 [ BC [
20 - ;eéz . DN32#32%50 | 45 PC AN 2111
21 . ;Z e DN32#32%40 | 30 PC AN ZEL

7% Floor, Orbit Place, Westlands Road, P. O. Box 42910-00100, Nairobi, Kenya

Tel.: +254 701 094 476 / 833
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- AVIC INTERNATIONAL REAL ESTATE (KENYA) LIMITED
*
2 s ;e; . DN32#25 | 3632 | PC S—
* &
23 e éz e DN25%25%32 | 162 | PC S—
2 b ngeéZ . DN25 1170 | pC AN 2
25 Sﬁi;ifjffg DN65*50 EC IS -
26 Soggffi“g DN65*40 55 PC S
27 Sog;iffimg DN65*32 8 PC AN 2
i *
28 SO{EC;;;S Kre/(Ji:x;mg DN65%25 8 PC —
29 Sg;;ef;mg DN50%*40 1440 | PC S
30 SO;;;Sjr:itj\uing DN50%32 06 | pC |
31 SO;;S;::\H;% DN50%25 215 | PC —
32 S";;sjr:j\u;ng DN40*32 | 2650 [ BC [
33 SO;;S;j?ing DN40%25 1300 | PC AN 281
34 Sogggfjﬁng DN32#25 4650 | PC AN ZH1
35 S°§§§§£‘}f‘§“g DN25%15 | 18420 | PC N—
* 18 | pPC
% %ﬁim e JIAN ZHI1
37 %E%%(;st@ DN65*40 35 PC | an
38 %E%%(;;CZZW@ DN65%32 52 PC AN ZHL
39 %IE@(;;ZS@@ DN65%25 A
40 %E%%(;;(Z:m@ DN50%25 223 | PC AN 281
41 %@22@@ DN50#32 33 N I
5
4 %@EZS@@ DN50*40 N -
Cross DN40%*40 36 PC
® B adc P JIAN ZHI
44 %ﬁﬁiﬁpqﬁ DN40%32 33 PC | AN 22
45 %ﬁzzmﬁ DN40%25 22 [RC [
46 %;2;?0; DNG65 1440 | PC JAN ZHI
i Il I Bl Il TN PH
48 @;OME::O; DN40 2880 | PC S
49 %;Oéiiog% DN32 1280 | PC e np—

7% Floor, Orbit Place, Westlands Road, P. O. Box 42910-00100, Nairobi, Kenya Tel.: +254 701 094 476 / 833
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AVIC INTERNATIONAL REAL ESTATE (KENYA) LIMITED

° 9600 PC
50 90° Elbow DN25 JIAN ZHI
PR 2 90° B3k
Connect tubo DN32 240 PC
51 A 1 I
W L e
Connect tubo DN25 360 PC
52 g JIAN ZHI
ERNZER
Il g
%
Acceptan
CcC
conclusi
on
Rk oasind BB ES R 2
pp © Main Contractor Unit Related Consultant Unit Client
VS Company
% Signature: : ) . . Signature:
= Materialman or technical s atu‘re. . Sig atu;e. . (Professional Director)
= . Professional Supervisor Professional.Supervisor
= Director - "
8 Tt ; \ = (2
P R A ‘ A%
: ‘ »19.7./6
. : &;
Date: ),3(2_07.!' i ]é (”7 /Zg )% Date: 26) “i‘ Date: /
A 1] A} ' ‘ 1]
VLR \

1. AR—A=M, AEAL. WEBA. WEHAK—4; This table is in triplicate, each of contractor unit ,
Consultant unite and Client unit keep one piece;

2 FASKBRMEBALL, HLEBAMEHEHLEBBH, B BT EHATE; Related Consultant : Electromechanical

materials refer to Noukun Consultants and construction materials refer to on-site Representatives of Architects.

7t Floor, Orbit Place, Westlands Road, P. O. Box 42910-00100, Nairobi, Kenya

Tel.: +254 701 094 476 / 833
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ABV ROCK GROUP ‘II' e ey Pl

Manens-Tifs
Security Forces - Medical Center Project
Riyadh - Jeddah
Product Submittal (PS)
PKA - Riyadh DATE OF ISSUE: 04 Sept. 2022

CONTRACTOR: ABV Rock Group ENGINEER; Manens-Tifs

Mo [M-A\-A0-B0000-Mo-PS-192 [ o0 o0 A |
Proj Ong Pckg  Buidimg Disc Type Senal  Phase atus

DISCIPLINE:  Mechanical DESIGNATOR: MO RECEIVED BY ENGINEER ON:
DESCRIPTION: Mechanical General CONTENT:  Product Submittal
WBS DESCRIPTION | FLOOR LEVEL:
SITE: A WORKPACKAGE: A0
WBS PROJECT PHASE: 00 TASK:
BUILDING: B00-00 COMMODITY:

1. PRODUCT DESCRIPTION (one item per form pleasa)

TYPE OF PRODUCT: Malleable iron (Black PURPOSE OF ISSUE IS FOR: Approval

& Gl) Threaded Fitlings & Ductile iron

Grooved Fittings

DISCIPLINE: Mechanical PRODUCT CODE:

ATTACHMENT {or No.): BOQ REF.No: N/A

Attach all relevant technical literature marked to identify relevant description, current test certificates,
samples as appropriate.

2. MANUFACTURER / SUPPLIER

COMPANY NAME: LBC, Jianzhi/ ARGORA /2 noR No: T

Globat Trading Co. K .MT_INTER“AL DI_S_TRI?.‘" IO__N —

ADDRESS: P.0.Box — 245675 Riyadh D R MOIPH L

11312 KSA. ] prosect = =

LOCAL AGENT VENDOR'S LIST (IF PD&DPD

ENCLOSURES AR CM PKA

3. DELIVERY Cid P_KB" =i = B

COUNTRY OF ORIGIN: China DELIVERY DURATION - - —t—

AVAILABILITY ESTIMATED DATE OF ARRIVAL ON SITE PCO

DELIVERY PROGRAM LATEST DATE FOR ORDER TO = =5 5|

ENCLOSURES DATE OF MATERIAL REQUIRED ON SITE - —— —_—t

We certify that the above submitted itams have been reviewed in detail and are correct and in strict ADMIN |STRAT|0N

conformity with the contract drawings and specifications, and the submitted tems are in full Fer v e [—=1

conformity with timely delivery otherwise statad, and also that the material sources indicated above ‘RECENED:

have been reviswed in detail, - = —

FOR: THE CONTRACTOR'S REPRESENTATIVES Ny

i -

DEPARTMENT HEAD DOCUMENT CQNTRO RECEIVED BY CONTRAGTOR ON:\

¢

R "

13 XE)
Talal A. Samad Rﬂ,\- )
NAME & SIGNATURE SIGNATURE SEP wt o
FOR: THE ENGINEER'S REPRESENTATIVES \ 5 )
COMMENTS:
- Refer to Attachment #1 for Comments,
- Contractor shall ensure that products intended for use are highlighted in
catalogue as well as model numbers are provided.
- Refer to Commercial Rider "A"

COMMENTS BY: L;hgi,iﬁaé;gfa, 1 DATE: 13/09/2022

TAN

VAR ¢ ALEODE LEGEND

A~ APPROVED APPROVED AS N D
D € — RESUBMIT FOR APPR VAT:I'BHCGS D REJEC BAPP%?BVED AS NOTED
L] : o Ll Mencesco.stile , 14/09/2022 17:49:10
Approval shall not relieve the Contractor of it} obligati ar the Contract or cdiistitute authorization of an
documents, and therefars, shall not imply 8n e 3 or cost to the Con 1
ENGINEER DEPARTMENT HEAD

NAME: SIGNATURE: DATE:

2 S*"‘?\"" KLC P\ u! b(/ A &V Doc.No:MIMT0000B00-00GOFMO02004 (PS).docx



Manens:Tifs
Security Forces - Medical Center Project
Riyadh - Jeddah
Sample Approval Label (SA)
PKA - Riyadh DATE OF ISSUE: 04 Sept. 2022

CONTRACTOR:  ABV Rock Group Ltd. ENGINEER: Manens - Tifs

Mo Ml - AA - AD - B00.00 - MO - SA - 182 00 0 A
Proy Ong  Pekg Buiidiing Disc  Typa Serial Phase  Rav Status
SUPPLIER NAME: ARGORA Glabal Trading Co. SUPPLIER ADDRESS: P.O.Box- 245675 Riyadh 11312
SUPPLIER TELEPHONE:  +966 11 476 9477 DEPARTMENT.
COMPANY CONTACT: _ Sales Engineer JOBTITLE: _ Sales Engineer
DESCRIPTION OF PRODUCT

Malleable Iron (Black & GI) Threaded Fittings and Ductile iron Grooved Fittings

(See Product Submittal No. MI-AA-AQ-B00.00-M0-PS-1 92-00-00-A)

3 Sample Boards for Threaded fittings set 1 of 2 provided (2 nas to be retumed to ABV).
3 Sample Boards for Grooved fittings set 2 of 2 provided (2 nos to be retumed to ABV).

MATERIAL: Malleable iron (Black & Gl) Threaded Fittings and

WBS DESCRIPTION
SITEE A FLOOR LEVEL:
WBS PROJECT PHASE: 00 WORKPACKAGE: AD
BUILDING: B00.00 COMMODITY:
SAMPLE'S DETAILS
COUNTRY OF ORIGIN. China DATE OF ARRIVAL ON SITE
PLACE OF STORAGE: Rliyadh KSA. DATE OF INSTALLATION
STORAGE LOCATION:  Riyadh KSA. STORAGE CONDITIONS:

Ductile Iron Grooved Fittings PRODUCT CODE:

CERTIFICATION: HAZARDOUS MATERIAL: D
DIMENSIONS

WEIGHT: LENGHT:

HEIGHT: WIDTH:

ADDITIONAL COMPONENT REQUIRED FOR INSTALLATION
TYPE OF COMPONENT(if applicable):

]

COMPONENT CODE(if applicable):

CONTRACTOR AUTHORISED REPRESENTATIVE DATE:
< 2%/1'8'& A. Samad Signature 28 Aug. 2022
ENGINEER AUTHORISED REPRESENTATIVE DATE
Signature

Doc.No: MI-MT-FM019-DCM-01
Page 1 of 1




B - APPROVED AS NOTED
luigi.macchia , 14/09/2022 ,16:09:0€

4

ABV ROCK GROUP ‘Il' w2 s A

Manens-Tifs
Security Forces - Medical Center Project
Riyadh - Jeddah
Sample Approval Label (SA)
PKA - Riyadh DATE OF ISSUE: 04 Sept. 2022
CONTRACTOR:  ABV Rock Group Ltd. ENGINEER: Manens - Tifs
Rl MI - AA — AD — B00.00 - MO - SA - 182 00 00 A
Proj Orig  Pckg Buitdling Disc  Type Serial Phase  Rev Status
SUPPLIER NAME: ARGORA Global Trading Co. SUPPUIER ADDRESS: P.O.Box- 245675 Riyadh 11312
SUPPLIER TELEPHONE:  +966 11 476 9477 DEPARTMENT:
COMPANY CONTACT: _ Sales Engineer JoB TITLE: _ Sales Engineer

DESCRIPTION OF PRODUCT
Malleable iron (Black & Gl) Threaded Fittings and Ductile iron Grooved Fittings
(See Product Submittal No. MI-AA-AQ-B00.00-M0-PS-192-00-00-A)
3 Sample Boards for Threaded fittings set 1 of 2 provided (2 nos to be retumed to ABV).

3 Sample Boards for Grooved fittings set 2 of 2 provided (2 nos to be retumed to ABV).

WBS DESCRIPTION
SITE: A FLOOR LEVEL:
WBS PROJECT PHASE: 00 WORKPACKAGE: Al
BUILDING: B00.00 COMMODITY:
SAMPLE'S DETAILS
COUNTRY OF ORIGIN: China DATE OF ARRIVAL ON SITE:
PLACE OF STORAGE: Riyadh KSA. DATE OF INSTALLATION:
STORAGE LOCATION:  Riyadh KSA. STORAGE CONDITIONS:
MATERIAL: Malleable Iron (Black & Gl) Threaded Fittings and .
Ductile iron Grooved Fittings REODLCTCODE:
CERTIFICATION: HAZARDOUS MATERIAL: D
DIMENSIONS
WEIGHT: LENGHT:
HEIGHT: WIDTH:
ADDITIONAL COMPONENT REQUIRED FOR INSTALLATION: l:]
TYPE OF COMPONENT(if applicable): COMPONENT CODE(if applicable):
CONTRACTOR AUTHORISED REPRESENTATIVE DATE:
m I%/Talal A. Samad Signature 28 Aug 2022
ENGINEER AUTHORISED REPRESENTATIVE DATE
Signature

Doc.No: MI-MT-FM019-DCM-01
Page 1 of 1



Security Forces - Medical Centre Project
Riyadh - Jeddah

Prot. 1052/2022 - XP852
Date: 13/09/2022

ATTACHMENT No. | 1

Engineer Ref: Product Submittal MI-AA-AO0-B00.00-M0-PS-192-00-00-A
Received: 04/09/2022
Attached Documents: As per INDEX.

Submittal Title: MALLEABLE IRON (BLACK & GI) THREADED FITTINGS & DUCTILE
IRON GROOVED FITTINGS FROM ARGORA

COMMENTS - MEP DEPARTMENT.

Contractor’s
Contractual
No. Document Comments
Doc. Ref.
Reference
1- Submittal Products:
Malleable Iron (Black & Gl) Threaded Fittings &
Ductile Iron Grooved Fittings.
2- Manufacturer & Country Of Origin:
ARGORA Global Trading CO
- HEBEI JIANZHI CASTING GROUP CO.,LTD. China
Scope Of The - WEIFANG DAHAI LVBINGCHUAN MACHINERY
L N GROUP CO.,LTD. (LBC). China AS REFERRED
3- Intended Application Area:
PKA Site (A0/B00.00).
4- Specs Division:
Specs 13915 - Fire Suppression Piping.
Specs 15181 - Hydronic Piping.
Specs 15420 - Drainage and Vent Piping.
Specs 15481 - Compressed Air Piping.
Malleable Iron
2 (Black & GI) - Black: Approved for sizes 5'0 mm and below.
- Galvanised: Approved for sizes 15mm to 100mm.
Threaded
3 Ductile Iron - Approved for sizes 50mm to 300mm
- ltems shall be factory grooved

Page 1 of 3

ATTACHED TO MIAAOOAOB0O.00M05Q04000




Security Forces - Medical Centre Project

Riyadh - Jeddah

Limitations

Approvals are limited to submitted samples.

Models

Contractor shall ensure that relevant products are
highlighted and model numbers are provided.

Contractor is responsible to ensure that proper fittings
Sizing are used for different pipe sizes. All shall be in
accordance with approved drawings.

Product Manufacturer | Origin State
90 Deg Elbow
80° Elbow
: TIANZHI China Approved Refer to
%H | Comment #2
& Rl
330 Union
Union, Coupling
1 JIAN . Approved Refer to
«E;h Z i Comment #2
o
220 Part Threaded Socket
Part Threaded Socket
JIANZHI China Approved Refer to
%:’_—_5 l Comment #2
_ Rimnil|
130 Tee
Tee
JIANZHI China Approved Refer to
' Comment #2
280 Nipple JIANZHI China Approved Refer to
Comment #2
Page 2 of 3 ATTACHED TO MIAAOOAOB00.00M0SQ04000




Security Forces - Medical Center Project
Riyadh - Jeddah

COMMERCIAL RIDER “A”

Commercial note for document submittals associated with a
change to the Contractual documents.

This submittal has been reviewed for technical compliance of architecture and engineering
systems without the finalization of the commercial aspect of the potential change from the
contractual documents. As the “Change Management” process associated with this submittal is
not finalized, this approval is not inclusive of any financial impact due to a potential change,
the contractor, ABV Rock Group can only consider this technical approval as conditional until
the change management process is fully approved by the Client. Any design and/or work
pursuant to this submittal is considered at a maximum, cost neutral for the difference between
the contractual documentation and the final technical solution. No change that increases the
project budget will be considered.

() Aalle dlada

Agablacl) cilatiuall A pudty 3l 3N ARl Clapsidl) et Adla dBad

038 5 AT Agnaigh Takasl¥i/csYlaall 5 (asanaill/Ay lanall) didl) it gally ol 5V (a SSUN Cangy apaidl) 138 dnsal ye Caad
g Luadll 5l dlee Sldie) (e elgBWI aaad |k Dpiladl) colatiad) 8 Aladadl ol et e gl Mo 3 (gl slaic)
"y a sl 38" Qi aakigy Jainae e 585 5Y alaie] gl Jads Y dE gall 03a ol (VY ) agail
ol 500 Adaad i) 2o N Caalia jlaal o M ol dda g e 4 g dlhay ppaill 13¢d il dlade W) el
S (f A5 aae el el el L L Jalaill pli ppsidll 13gd Aualias Jlect g/ asanad sl of (Ao 0 535 WS
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B oodall Laadll 4l jall LBy

Doc. No.: MT-MT-FM037-PAM-00
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